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Abstract 

During the past century the way humans relate to the environment has undergone 
important changes, and currently it is a global consensus that our well-being should 
not be achieved at the expense of enlarging our footprint in the planet. The metal 
finishing industry is no exception to this trend. Because of that, there is the urgency 
to replace surface treatments such as chromate conversion coatings (CCC) or 
phosphating moving towards more sustainable technologies; as well as reducing 
the use of petroleum derivatives in the formulation of raw materials for the 
coatings and adhesives industries. A promising substitute for CCC are the 
zirconium conversion coatings (ZrCC), which have been under continuous 
development for nearly 30 years as a powerful tool for metal passivation with lower 
environmental impact. In this work, the electro-assisted deposition (EAD) 
technique was used to improve the ZrCCs deposition properties on aluminum 
substrates by stimulating electrochemically the coating formation, in a process that 
would typically be carried out relying exclusively in surface spontaneous reactions. 
On the other hand, this necessity of covering such passivation layer with organic 
coatings that act as long-term barrier protection against corrosion is another usual 
industrial process. Nevertheless, the constant generation of plastic waste has led 
to the need to search for sustainable, bio-degradable and/or recyclable polymers 
for replacing the essentially synthetic ones. In this way, the present thesis reports 
the production, characterization and application of thermoset epoxy polymers 
containing a bio-based epoxy prepolymer derived from limonene (PLCO) and 
industrial hardeners. For that, these results were compared to those of the 
traditional epoxy prepolymer diglycidyl ether of bisphenol A (DGEBA). The 
results indicate that PLCO has some enhanced properties in comparison to the 
synthetic epoxy polymer due to its chemical structure (a polymer with cyclic 
limonene units, carbonate groups and oxyrane) and its optimal molecular weight. 
The ZrCC layer is stable and adherent. Once combined with the epoxy derived 
from limonene it originates a dual layer with protective properties against the 
corrosion of aluminum, whilst the thermoset polymer could be used as a solvent-
based adhesive for this same substrate. Therefore, this work approaches both 
environmental aspects of those new coatings and a complete characterization of 
all of the studied systems. 
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Resumo 

Ao longo do último século, a maneira como a humanidade se relaciona com o 
meio ambiente passou por mudanças importantes e, atualmente, é um consenso 
global que o nosso bem-estar não deve ser atingido ao custo aumentar o impacto 
negativo que exercemos no planeta. A indústria metalúrgica não é uma exceção a 
esta tendência. Portanto, é necessária a substituição de tratamentos de superfície, 
como cromatização (CCC) e fosfatação, por tecnologias mais sustentáveis; da 
mesma maneira, é necessário reduzir o uso de derivados do petróleo na formulação 
de matéria-prima para a indústria de pinturas e adesivos. Um substituto promissor 
para a CCC são os revestimentos de conversão à base de óxido de zircônio (ZrCC), 
que passam por contínuo desenvolvimento há cerca de três décadas para constituir 
uma alternativa de menor impacto ambiental para a passivação de metais. Neste 
trabalho, a técnica de deposição eletroassistida (EAD) foi empregada para 
melhorar as propriedades de deposição dos ZrCC em substratos de alumínio, 
estimulando a sua formação por meio eletroquímico, em um processo que 
convencionalmente é realizado dependendo exclusivamente de reações 
superficiais espontâneas. Por outro lado, a proteção de longa duração por barreira 
contra a corrosão de tais superfícies passivadas usando revestimentos orgânicos é 
um procedimento habitual. No entanto, a constante geração de resíduos 
poliméricos motiva a busca por polímeros sustentáveis, biodegradáveis e/ou 
recicláveis para a substituição de materiais essencialmente sintéticos. Assim sendo, 
a presente tese apresenta a produção, caracterização e aplicação de polímeros epóxi 
termorrígidos contento um pré-polímero epóxi de origem natural derivado do 
limoneno (PLCO) e endurecedores comerciais. Tais propriedades foram 
comparadas àquelas de uma formulação convencional, contendo diglicidil éter de 
bisfenol A (DGEBA) como o pré-polímero epóxi. Os resultados indicam que o 
PLCO apresenta vantagens em relação à resina sintética devido à sua estrutura 
química (um polímero com unidades cíclicas de limoneno, grupos carbonato e 
epóxi) e à sua massa molecular. A passivação com ZrCC mostrou-se estável e 
aderente e, uma vez combinada com a epóxi derivada do limoneno, dá origem a 
um sistema de revestimento de duas camadas com boas propriedades de proteção 
contra a corrosão do alumínio. Além disso, o polímero estudado poderia encontrar 
aplicações como adesivo de base solvente para o mesmo substrato. Portanto, o 
presente trabalho aborda tanto aspectos ambientais dos revestimentos estudados 
quanto uma caracterização completa de todos os revestimentos estudados. 

 



List of acronyms 

1H NMR Proton nuclear magnetic resonance 

1-MI 1-methylimidazole 

AES Auger electron spectroscopy 

AFM Atomic force microscopy 

AHEW Amine hydrogen equivalent weight 

AlMe Aminotriphenolate Al(III) complex 

ANOVA Analysis of variance 

CCC Hexavalent chromate conversion coatings 

CI Confidence interval 

CPE Constant phase element 

DC Dip-coating 

DCM Dichloromethane 

DETA Diethylenetriamine 

DFT Dry film thickness 

DGEBA Bis-phenol A diglycidyl ether 

DSC Differential scanning calorimetry 

EAD Electro-assisted deposition 

Eb Breakdown potential 

ECH Epichlorohydrin 

Ecorr Corrosion potential 

EDX Energy dispersive X-ray spectroscopy 

EEC Electrical equivalent circuit 

EEW Epoxy equivalent weight 

EIS Electrochemical impedance spectroscopy 

ESO Epoxidized soybean oil 

FIB Focused ion beam 

FTIR Fourier-transform infrared spectroscopy 

GDOES Glow discharge optical emission spectroscopy 

HMMM Hexa-methoxy methyl melamine 

HR-SEM High resolution scanning electron microscopy 

V 



HSB Hue, saturation and brightness 

ITO Indium-tin oxide 

jcorr Corrosion current density 

LCL Lower confidence limit 

LO Limonene oxide 

mCPBA 3-chlorobenzoperoxoic acid 

MEK Methyl ethyl ketone 

OCP Open circuit potential 

OEM Original equipment manufacturers 

PC New terpolymeric polycarbonate 

PCO Polycarbonate with two epoxy groups obtained by post-
synthetic oxidation of PC 

PEI Polyethylenimine 

PLC Poly(limonene carbonate) 

PLCO Poly(limonene-8,9-oxide) carbonate 

PLDC Poly(limonene dicarbonate) 

PPNCl Bis-triphenylphosphine iminium chloride 

PTFE Polytetrafluoroethylene 

REACH Registration, Evaluation, Authorization and Restriction of 
Chemicals by the European Union 

RGB Red, green and blue 

Rp Polarization resistance 

SCE Saturated calomel electrode 

SD Standard deviation 

SEM Scanning electron microscopy 

SHE Standard hydrogen electrode 

Si-NPs Silica nanoparticles 

TCP Trivalent chromium process 

Td Degradation temperature 

Tg Glass transition temperature 

TGA Thermogravimetric analysis 

THF Tetrahydrofuran 



ToF-SIMS Time-of-flight secondary ion mass spectrometry 

UCL Upper confidence limit 

VCHO Vinyl cyclohexene oxide 

VOC Volatile organic compounds 

WCA Water contact angle 

XPS X-ray photoelectron spectroscopy 

XRF X-ray fluorescence microscopy 

ZrCC Zirconium-based conversion coatings 

Zr-DC Zirconium-based conversion coating generated by dip-coating 

Zr-EAD Zirconium-based conversion coating generated by electro-
assisted deposition 



Table of contents 

Acknowledgements ________________________________________________ I 

Abstract ________________________________________________________ III 

List of acronyms __________________________________________________ V 

Table of contents _______________________________________________ VIII 

1       Introduction _________________________________________________ 13 

1.1 Conversion coatings on aluminum substrates _________________ 15 

1.1.1 Environmental and health hazards associated to chromate 

conversion coatings _______________________________________ 18 

1.1.2 Zirconium-based conversion coatings _______________________ 20 

1.1.3 Electro-assisted deposition (EAD) technique _________________ 25 

1.2 Epoxy coatings ____________________________________________ 30 

1.2.1 Synthetic epoxy resins and two-components coatings _________ 30 

1.2.2 Bio-based epoxy resins ____________________________________ 34 

1.3 References ________________________________________________ 39 

2 Objectives __________________________________________________ 53 

3 Green nanocoatings based on the deposition of zirconium oxide: The 

role of the substrate __________________________________________ 55 

 Introduction _______________________________________________ 57 

 Materials and Methods _____________________________________ 59 

3.2.1 Materials  ______________________________________________ 59 

3.2.2 Preparation and cleaning of aluminum substrates _____________ 59 

3.2.3 Zirconium oxide nanocoating depositions (Zr-DC and Zr-EAD) 60 

3.2.4 Physical and chemical characterization ______________________ 61 

3.2.5 Electrochemical characterization of zirconium oxide nanocoating _ 

  ______________________________________________ 63 

 Results and discussion _____________________________________ 64 

3.3.1 Influence of the substrate in the deposition of Zr-EAD films ____ 64 

3.3.2 Zr-EAD nanocoating composition __________________________ 70 

3.3.3 Zr-EAD nanocoating surface topography ____________________ 75 

3.3.4 Wettability  ______________________________________________ 78 

3.3.5 Mechanism of ZrO2 deposition in AA1100 and AA2024 surfaces 79 

3.3.6 ZrO2 nanocoating stability in sodium chloride solution ________ 82 

VIII 



 Conclusions _______________________________________________ 87 

 References ________________________________________________ 87 

4 Aluminum protection by using green zirconium oxide layer and 

organic coating: An efficient and adherent dual system __________ 95 

 Introduction _______________________________________________ 97 

 Materials and methods _____________________________________ 99 

4.2.1 Materials  ______________________________________________ 99 

4.2.2 Preparation of aluminum substrates for the chemical and 

electrochemical deposition of ZrO2 __________________________ 99 

4.2.3 Zirconium chemical conversion coating deposition (Zr-DC) ___ 100 

4.2.4 Zirconium electro-assisted deposition (Zr-EAD) _____________ 100 

4.2.5 Electrochemical characterization of ZrCC samples ___________ 101 

4.2.6 Organic coating deposition, accelerated corrosion tests and scratch 

resistance  _____________________________________________ 102 

 Results and discussion ____________________________________ 104 

4.3.1 The stability of ZrO2 nanocoating comparing the DC and EAD 

deposition methods ______________________________________ 104 

4.3.2 Porosity and barrier properties of Zr-EAD and Zr-DC coatings 

evaluated by potentiodynamic polarization curves and EIS 

analysis  _____________________________________________ 110 

4.3.3 Barrier properties of Zr-EAD and Zr-CCC nanocoatings in 

accelerated corrosion test _________________________________ 117 

4.3.4 Evaluation of the dual organic-inorganic protected aluminum 

substrates under prolonged exposition to NaCl solution ______ 119 

4.3.5 Scratch testing __________________________________________ 122 

 Conclusions ______________________________________________ 122 

 References _______________________________________________ 123 

5 Epoxy coatings from limonene and CO2: looking into the future of 

promising biobased thermosets with tunable properties ________ 129 

 Introduction ______________________________________________ 131 

 Materials and Methods ____________________________________ 133 

5.2.1 Materials  _____________________________________________ 133 

5.2.2 Epoxy film preparation and stoichiometry __________________ 133 

5.2.3 Thermoset curing protocol ________________________________ 134 

5.2.4 Characterization techniques ______________________________ 135 



5.2.5 Preparation of the solvent-free two-components epoxy paint 

formulation and its characterization _______________________ 138 

 Results and discussion ____________________________________ 139 

5.3.1 Biobased epoxy thermoset preparations ____________________ 139 

5.3.2 Thermal properties of PLCO:Hardener compositions _________ 143 

5.3.3 Mechanical behavior and permeability of films composed by 

PLCO biobased epoxy ___________________________________ 148 

5.3.4 Solvent-free two-component synthetic-biobased epoxy _______ 150 

 Conclusions ______________________________________________ 152 

 References _______________________________________________ 153 

6 Biosourced epoxy resin for adhesive thermoset applications _____ 157 

 Introduction ______________________________________________ 159 

 Materials and methods ____________________________________ 161 

6.2.1 Materials  _____________________________________________ 161 

6.2.2 Synthesis of terpolymeric poly(carbonate) (PC) ______________ 161 

6.2.3 Synthesis of biobased poly(limonene carbonate)epoxy (PCO) __ 162 

6.2.4 Thermoset film preparation _______________________________ 163 

6.2.5 Pretreatment of aluminum plates and deposition of the epoxy 

thermoset for adhesion test _______________________________ 165 

6.2.6 Characterization of PCO biobased resin and thermoset polymers _ 

  _____________________________________________ 166 

6.2.7 Pull-off and stress-strain mechanical tests ___________________ 166 

 Results and discussion ____________________________________ 167 

 Conclusions ______________________________________________ 176 

 References _______________________________________________ 177 

7 Conclusions ________________________________________________ 183 

Appendix A Computational image analysis as an alternative tool for the 

evaluation of corrosion in salt spray test _______________________ 187 

 Introduction ______________________________________________ 189 

 Materials and Methods ____________________________________ 190 

A.2.1 Metallic samples ________________________________________ 190 

A.2.2 Preparation of metallic samples ___________________________ 191 

A.2.3 Salt spray test ___________________________________________ 191 

A.2.4 Computational image analysis ____________________________ 191 



 Results and discussion ____________________________________ 194 

A.3.1 Aluminum  _____________________________________________ 194 

A.3.2 Copper  _____________________________________________ 197 

A.3.3 Carbon steel ____________________________________________ 200 

A.3.4 Galvanized steel _________________________________________ 202 

 Conclusions ______________________________________________ 204 

 References _______________________________________________ 205 

 
  



 



   

 



   

 



 

 

15 Introduction 

1.1  Conversion coatings on aluminum substrates 

A high strength to weight ratio and the ease of formability into complex 

shapes make aluminum a key metal for a wide range of industrial applications, with 

its durability and recyclability favoring its use as well. Additionally, its demand has 

continuously increased since the beginning of the XX century and it is expected 

to follow the same trend in the near future, as the use of lightweight materials is 

important in order to reduce the emissions in the transport sector. Interestingly, 

contrasting with this potential positive consequence of its applications, the 

production of aluminum raises concerns because of the use of non-renewable 

energy sources to supply the growing need for energy in this process.1,2 

For most structural uses the mechanical properties of pure aluminum do not 

comply with the minimum requirements, therefore the use of alloying elements is 

important to widen the range of possible applications by tuning both composition 

and microstructure to obtain the desired characteristics. Most alloying elements 

have low solubility (> 1 %) in aluminum matrix, and their presence in aluminum 

produces second phase compounds, which act as microstructural agents. This 

formation of insoluble compounds is the core of the age-hardening treatments for 

aluminum, which can increase the yield strength of aluminum up to a factor of 80 

compared to pure aluminum. The most used structural Al alloys are the Cu-rich 

(AA2000 series) and the Zn-rich (AA7000) ones.2–4 

In a report from 1933,5 Edwards and Wray already mentioned that the natural 

resistance of pure aluminum to atmospheric corrosion has not motivated 

significant research for its protection, but this scenario changed with the 

introduction of aluminum alloys, meaning that the benefits provided by the 

heterogeneous microstructure of these alloys do not come without a disadvantage. 

In the case of pure aluminum, its naturally formed oxide layer when exposed 

to the atmosphere can provide corrosion resistance in mild environments, an 

effect that can be further improved in the anodizing process.2,6 When the 

aluminum composition is altered with the use of alloying elements, the resultant 

phases, generally intermetallic particles, represent heterogeneities on the metal 
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surface. This may lead them to act as local galvanic cells, as the intermetallics may 

have different reactivity from the aluminum matrix.7–10 The presence of such 

intermetallics may also hinder the protection provided by the aluminum oxide with 

the alloying elements incorporation in the oxide layer, generating defects.10 The 

combination of such conditions creates the need for corrosion protection of 

aluminum alloys when an extended lifespan is desired. 

The structure of the aluminum oxide layer is known to be porous. Therefore, 

sealing the oxide pores is a widely used method to improve the layer’s properties.10–

13 Although other surface treatments, such as thermal sealing12 and phosphate-

based coatings,14 may be used for this purpose, hexavalent chromate conversion 

coatings (CCC) have been successfully used for decades in high responsibility 

applications, such as the aircraft and automotive industries, providing corrosion 

protection as well as paint adhesion, and to this date it remains the benchmark 

surface treatment for other conversion coating systems used in aluminum 

protection.3,10 

Although their first uses can be traced back to the beginning of the XX 

century, modern CCC are dated from the late 1940’s, when these surface 

treatments started to be carried out at near room temperature and at shorter times 

(ranging from seconds to several minutes). This evolution relied mainly on the use 

of surface activators, such as the fluoride ion, and accelerators, leading to a 

diversity of formulations in commercially available baths. These additions to the 

bath could improve film thickness to a factor of at least 30, resulting in major 

improvements in corrosion protection.14  

The formation of CCC is not the simple deposition of a chromate-containing 

film on the substrate. The conversion coating procedure starts with the oxidation 

of the metallic substrate, and its cathodic half reaction locally increases the pH on 

the cathodic sites of the surface through dissolved oxygen reduction or water 

reduction reactions. This pH shift results in the precipitation of the dissolved 

metals in oxide or hydroxide form, and the generated film containing elements 

from both the bath and the substrate, with a gradient of substrate concentration 

being observed along the conversion coating thickness. This lack of a clear 
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metal/coating interface creates satisfactory film adhesion.14 A simplified scheme 

is shown in Figure 1.1.1 in order to illustrate the complex set of chemical reactions 

taking place in the CCC formation.14,15 

 
Figure 1.1.1. Deposition mechanism of chromate conversion coatings on aluminum. The 

species sizes and abundance do not necessarily represent the actual dimentions 
and concentration. Arbitrary scale. 

The protection provided by CCC combines a barrier effect of the insoluble 

Cr3+ oxides/hydroxides, which are the main components of the coating, and a self-

healing effect generated by the presence of highly soluble Cr6+ ions enclosed in 

the film. When these chromate ions diffuse in aqueous electrolytes and react with 

the exposed metal they can be electrochemically reduced to their trivalent state, 

regenerating the protective layer in damaged areas.3,16 This is the widely known 

self-healing effect promoted by CCC technology, commented above, and 

nowadays there is no alternative as efficient as CCC in the market. In addition to 

the corrosion protection, chromate films promote the adhesion of organic 

coatings by enabling mechanical interlocking, in case the coating has a crackled 

morphology, and offering reactive area for acid-base interactions and hydrogen 

bonds, providing both physical and chemical mechanisms for paint adhesion.15 

Despite their excellent performance in both corrosion protection and 

promotion of paint adhesion with cost-effectiveness, CCC are expected to be 

replaced by other surface treatments in the near future, and have already been 

banished in some industrial applications. This happens because of the 

environmental concern that the use of CCC generates,17 which will be briefly 

discussed in the next section. 
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1.1.1 Environmental and health hazards associated to 

chromate conversion coatings 

The risks related to hexavalent chromate ions have been identified since the 

1920’s, and workers in direct contact with chromate-containing compounds have 

shown relatively high incidence of nose and lung cancer.17,18 A report from 1890 

already evidenced the development of cancer by a worker exposed to chrome 

pigment, as well as a perforation in his nasal septum, which was also observed in 

some of his co-workers, and it is the first documented case of cancer associated to 

chrome exposure.19 Surprisingly, it was not until the 1970’s and the 1980’s that the 

health and environmental hazards caused by such substances have been officially 

reported by the World Health Organization.17 

The two most important oxidation states of chromium regarding human 

health and the environment are the trivalent and the hexavalent ones. Whilst the 

trivalent state is considered non-toxic, being necessary for the normal 

development of animals, including human beings, the hexavalent one is 

harmful.20,21 Trivalent chromate compounds have limited solubility, contrasting 

with the high solubility and activity of its hexavalent counterpart.22,23 This has been 

mentioned as the combination of characteristics that promotes the notable self-

healing ability of CCC, but ironically it is the main drawback in CCC current use. 

Besides the direct contamination of workers in industrial processes, water 

sources may be contaminated with chromate-containing wastewater. Regardless of 

the route of exposure, chromate easily penetrates the cells via anion-exchange 

channels due to its similarity to sulphate and phosphate molecules. This may result 

in the accumulation of chromate in living organisms and hinder their vital 

functions, because its reduction to the trivalent state inside the cells generates 

reactive intermediates that cause cytotoxicityI and genotoxicityII. This way, the 

                                                      
I Cytotoxicity: cell death caused by direct contact or leaching of toxic substances 

assessed through an in vitro test.127 
II Genotoxicity: capability of a compound to cause alteration in the genetic 

information within a living organism.128 
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harmful character of Cr6+ originates mainly from its ability to penetrate the 

cells.24,25 

This combination of factors is the driving force for the replacement of CCC, 

but despite decades of global research, no universal alternative has been developed 

to match the CCC’s properties yet. While some industries may apply alternative 

treatments with inferior properties, fields with stricter demands of performance 

and safety cannot afford the same concessions. In the aircraft industry, for 

instance, workers are exposed to chromate-containing vapor or dust inhalation 

during the production, maintenance and removal of coatings and there is still an 

unsupplied necessity for harmless efficient aluminum pretreatments.26 This causes 

not only the obvious health hazard for the workers, but also the extra expense for 

obtaining the authorization by regulatory agencies to continue using this restricted 

surface treatment for a limited time.17 

The ongoing search for efficient alternatives has already brought to light 

many surface treatments. One of these being the trivalent chromium process 

(TCP), consisting of a conversion bath containing trivalent chromium and 

zirconium as the main precursors for film formation. It has a low concentration, 

if any, of chromium in the hexavalent state, which may comply with regulation at 

the expense of performance, as the self-healing ability is sacrificed.17,27 It may also 

face environmental restrictions in the future because of the suspicion of 

genotoxicity and carcinogenicity of some Cr3+ compounds, making it a non-ideal 

alternative for the complete replacement of CCC.3,17 

As noticed, the requirements are high on performance, cost-effectiveness and 

environmental/health concerns,28 so other studied pretreatments, such as silanes,29 

rare earth metals,30,31 vanadate,32 titanium28,33 and lithium-based34,35 coatings, have 

not yet succeeded in fulfilling all the necessities. In the present work, another 

studied coating for chromate replacement in aluminum alloy surfaces will be 

approached. One that has already reached performance levels that enabled its 

commercial use in industry but has still need of further development:28,36,37 the 

zirconium-based conversion coatings (ZrCC).  
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1.1.2 Zirconium-based conversion coatings 

As mentioned in the previous section, the CCC technology had great 

improvements in the 1940’s that led to the consolidation of CCC in modern 

industry. Among these improvements was the addition of fluorine, which acted as 

a surface activator by decreasing the interfacial tension of the native aluminum 

oxide, and hexafluorozirconates were used with this purpose since the 1950’s.38 

However, it was not until two decades later that they would be used as the main 

component of a protective film. 

J. W. Davis, in his technical paper from 1983,39 already made reference to 

zirconium-based conversion coatings being used as a replacement for CCC for 

aluminum protection, with the technology being developed through the 1970’s and 

further refined in the early 1980’s. This culminated with the registration of patents 

that enabled the establishment of commercial treatments based in 

hexafluorozirconate in that decade.28 The interest in the topic has motivated the 

publication of scientific research articles in a growing number through the 1990’s 

and maintains its relevance until the present days. 

Although some studies used baths containing dipotassium hexafluoro 

compounds or other zirconium salts for the production of ZrCC, the most 

common precursor in the literature is the hexafluorozirconic acid (H2ZrF6). 

These precursors are the source of zirconate for the coating formation. In addition 

to the precursor, the typical aqueous conversion bath contains acids or bases in 

order to adjust the solution pH, which has an important role in the coating 

formation. Bath additives may be present in the bath as well, not only in 

commercial products but also in research works. These additives are used for 

improving film formation, its structure (control of coating porosity, crystallinity, 

etc.) and characteristics such as paint adhesion (decreasing the surface tension 

energy, increasing the surface interfacial forces, etc.) or corrosion inhibition 

(promoting self-healing effect, higher impermeability to electrolytes, etc.).28,37 
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When an aluminum substrate is immersed in the conversion bath it undergoes 

an attack by the hexafluoride ions, causing a partial dissolution of the native 

aluminum oxide layer due to the following reaction:28 

Al3+ + ZrF6
2− → AlF6

3− + Zr4+ (1.1) 

Meanwhile, on cathodic sites of the substrate, oxygen dissolved in the 

solution is reduced and hydrogen evolution is observed, shifting the local pH to 

higher values (alkaline):40 

O2 + 4H+ + 4e− → 2H2O (1.2) 

2H+ + 2e− → H2  (1.3) 

The cathodic sites of aluminum substrates are usually intermetallic particles 

originated in the alloying process, as mentioned in section 1.1. The most relevant 

intermetallic particles for this phenomenon in the AA2000 series are the ones 

containing Cu, such as S-phase (Al2CuMg) and theta phase (Al2Cu),10,41,42 because 

their cathodic character relative to the aluminum matrix provides more active sites 

on the metallic surface for the Equations (1.2) and (1.3) to happen.8,28,43,44 

The local pH increase stimulates the precipitation of hydrated zirconium 

oxides from the zirconate complexes in the bath, which are stable at a limited range 

of pH depending on the specimens’ concentration and the temperature.40,45 

Cardoso, Rapacki and Ferreira45 concluded that with a Zr4+ concentration of 4 

mmol/L, at 25 ºC, a shift to pH 4 would induce the precipitation of the film. This 

happens due to the hydrolysis of the fluorometalates in the solution. Two 

commonly proposed deposition reactions are:28,40,45,46 

ZrF6
−2 + 4OH− → ZrO2 . 2H2O + 6F− (1.4) 

Zr4+ + 4H2O → ZrO2 . 2H2O + 4H+ (1.5) 

Despite the simplicity of the reaction proposed above, the precipitation of 

the Zr-based coating probably occurs through a more complex mechanism, with 

the formation of intermediate products and generating hydrated oxyhydroxides. 

Verdier and coworkers have proposed the following steps for the film 

deposition:47 
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a) The Zr+4 ions hydrolyses with the local pH increase forming 
[Zr(OH)(OH2)7]3+; 

b) Further hydrolysis generates [Zr(OH)2(OH2)6]2+; 

c) The olationIII of the latter produces the cyclic polycation 
[Zr4(OH)8(OH2)16]8+, which is stable in aqueous solution; 

d) This polycation then forms a gelatinous compound, 
ZrO2−x(OH)2x·yH2O or it may undergo oxolationIV to form hydrated 
ZrO2 with different levels of hydration. 

Considering the simplified mechanism proposed on Equation (1.4), the pH 

increase resulting from the substrate attack leaves the reaction unbalanced, with 

an excess of one of its reagents (OH−). According to Le Chatelier’s principle, the 

system would respond to this unbalance with the generation of more products, 

namely the Zr compounds that form the ZrCC. 

The resulting coating is composed mainly of hydrated zirconium 

oxyhydroxides (ZrO2; ZrO2 · 2H2O; ZrO2−x(OH)2x · nH2O) and it may contain 

fluorine compounds (ZrF4; AlOF−; ZrOxFy) as well.8,28,47,48 Studies of the 

composition of the coatings along its depth profile have indicated that there is not 

a clear interface between the underlying substrate and a homogeneous ZrCC layer. 

They observed a concentration gradient across the coating, with a decreasing 

content of Zr atoms towards the core of the substrate, i.e. in the interface metal-

coating; with a simultaneous increase of Zr atoms concentration in the outer 

coating layer.49–52 This is a consequence of the film formation mechanism, which 

depends on a substrate interaction with the solution in order to enable the 

precipitation of the Zr-compounds, unlike methods of more straightforward 

coating deposition such as painting or electrodeposition. 

ZrCC films tend to reproduce the substrate topography, with the coating 

being typically formed by spheroidal zirconium oxide particles.48,50,53 As the 

                                                      
III Olation: the formation of polymeric oxides from metal ions in an aqueous 

solution through μ-(OH) bridges.129 
IV Oxolation: the formation of an oxo bridge (—O—) between two metal centers 

in a condensation reaction.130 
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coatings’ thicknesses are usually under 100 nm,28 they are not expected to level 

irregularities such as machining or polishing grooves. 

These coatings provide moderate corrosion protection,28 mostly by blocking 

the active sites on the surface, affording barrier protection against corrosive 

electrolytes because of the ceramic nature of the film. This is a result of the 

deposition mechanism of ZrCC, with the precipitation of the coating starting on 

the localized galvanic couples of the surface.54,55 An unusual self-sealing effect was 

observed by Šekularac using hexafluorozirconic acid for treating Si-rich 

(AlSi7Mg0.3)51 and a Mn-rich (AA3005)56 aluminum alloys in a phenomenon that 

has not been further explored or observed by other authors and may be important 

for future improvements and applications of ZrCC. 

Although some corrosion protection is provided, the nanometric scale of the 

film thickness limits the impermeability and homogeneity of the films. The main 

role of these conversion coatings should be the promotion of the adherence of 

further organic coatings layers.28 

The paint adherence provided by such pretreatments can be based on two 

basic mechanisms: physical adherence and chemical adherence. For the physical 

adherence to happen the surface must have its roughness altered in a way that 

mechanical interlocking between the pretreatment and the organic coating would 

occur. Given the size of the formed particles and the way the film reproduces the 

metal texture, this should not be the main mechanism for paint adhesion on ZrCC. 

A more significant effect can be expected by the chemical mechanism, as it has 

already been observed that ZrCC increase surface free energy, enhance interfacial 

acid-base interactions and improve the surface hydroxyl fraction, enabling a higher 

amount of secondary bonds in the metal/paint interface.57–61 

The factors that affect ZrCC film formation in metallic substrates have been 

studied by several authors along the past decades, being the concentration of the 

bath, the pH and the immersion time the most influential ones. Other 

parameters, such as temperature62–64 and agitation,43 have also been assessed. 
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Regarding concentration, it has been found to be a determinant factor for the 

film formation. There is no direct relation between higher H2ZrF6 concentrations 

and more efficient film deposition.47 In fact, the concentration must be dialed to 

an intermediate that should provide enough acid for the initial attack of the metal 

to occur without being an excessively aggressive medium for the film stability. This 

way, typical H2ZrF6 concentrations are within a range between 0.5 and 5 

mmol/L.28,65 

The bath pH also has an important role, as the film deposition has been 

proved to be a pH driven process. The pH of the solution should be slightly lower 

than the limit of solubility of the Zr4+ compounds, maintaining the solution’s 

stability and avoiding the undesired precipitation of the coating components in the 

bath container without offering an excess of acidity that could neutralize the pH 

increase in the surface or promote the coating’s dissolution. Most authors reported 

as satisfactory pH values between 2.5 and 4.5.45,47,62,63 

During the immersion of the substrate in the precursor solution, it has been 

observed that in the first 30 to 100 seconds there is an intense surface activation 

with the native oxide dissolution, followed by the formation of clusters of Zr 

compounds, which grow laterally throughout time to form the film.51,58,66 In a 

similar way to the precursor concentration, the time of immersion must be 

optimized in order to avoid film growth to disproportionate thicknesses. Because 

of the coating ceramic character, an increase in the thickness and the size of the 

zirconium oxide clusters may also increase the films brittleness. The result of this 

undesired effect is the formation of cracked films as the hydrated compounds 

gradually dehydrate. Typical deposition times do not exceed 10 minutes.28,48,51 

The simplicity of the film production process and the promising results 

regarding corrosion protection and paint adhesion make ZrCC an important 

alternative for conventional surface pretreatments such as CCC or phosphate 

conversion coatings, but there are still issues to be tackled, such as the lack of a 

consistent self-healing ability, the limited thickness, the restricted homogeneity of 

the films and the dependence on surface metallurgy. Only when these issues are 

completely elucidated ZrCC could be set as a universal replacement for CCC.  
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1.1.3 Electro-assisted deposition (EAD) technique 

As the spontaneous mechanism of deposition of the ZrCC films depends 

exclusively on surface interactions between the substrate and the compounds 

present in the conversion bath, one possibility of improving film formation would 

be to give an extra driving force for the zirconium oxides and hydroxides to 

precipitate. One common additive that is present in commercial products and is 

used to improve the deposition is Cu,8,37 as it will precipitate on the aluminum 

surface and generate more localized galvanic couples for the film formation to 

happen. Another approach would be to, instead of tackling the initiation of the 

deposition reactions as done with Cu, focus on the precipitation reaction of ZrCC 

(Equation 5). This reaction balance could be disturbed by changing the 

components’ concentration on the active sites, using Le Chatelier’s principle to 

predict the outcome.67 

Analyzing the mentioned reaction, the availability of Zr4+ complexes cannot 

be drastically increased because of the limitation regarding the concentration of 

hexafluorozirconic acid, discussed in section 0. The precipitated products do not 

affect the chemical equilibrium because they are in solid phase, and water does not 

influence it because it is a pure liquid reagent. This leaves the possibility of 

decreasing the H+ concentration, consuming a product of the reaction in order to 

promote products formation. The consumption of H+ can be easily achieved with 

the electrolysis of water, which occurs according to the two following reactions 

when in acidic medium:68–70 

Anodic reaction: H2O → 2H+ + ½O2 + 2e  (1.6) 

Cathodic reaction: 2H+ + 2e− → H2  (1.7) 

The hydrogen evolution in the cathodic reaction (Equation 1.7) can be the 

source of perturbation in the precipitation equilibrium. This would enable the 

precipitation reaction to happen not only in the localized galvanic couples in the 

substrate, but in the entire substrate if it is set as a cathode in an electrochemical 

cell with an inert counter electrode and the conversion bath being the electrolyte. 

This advantage is expected to provide films with controllable thickness and 
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homogeneity, 69,71,72 which is of great importance for corrosion protection 

applications.  

This electrochemical procedure is called electro-assisted deposition 

(EAD), and it differs from electrophoretic deposition methods because it does 

not imply the reduction of an ion to its metallic state. Instead of providing 

electrons for a metallic ion to reduce, as done in the electrodeposition of metals, 

for instance, the applied potential will stimulate the generation of a favorable 

condition for the film deposition, namely by increasing the pH, in a mechanism 

driven by electrochemical reactions.73 

This technique has been studied for various coating procedures that are 

benefited by this local pH increase.73 Shacham, Avnir and Mandler, in a study 

focused on the EAD of silane films.71 They proved that the pH on the surface of 

the substrate could shift from 3.5 to more than 8.2 with the application of an 

overpotential of −1.3 V. Comparing this pH with the values observed on the 

surface of metallic substrates when depositing Zr-based films by dip-coating40,45 it 

should be enough to stimulate the ZrCC deposition. Additionally, this study was 

carried out using indium-tin oxide (ITO) substrates, giving an indication that this 

technique may also enable the deposition of the coatings on substrates that would 

not undergo the necessary reactions for the initiation of the film precipitation 

process (i.e., in conductive ceramic materials). 

The use of the EAD technique adds one critical factor for the film deposition 

in comparison with the conventional dip-coating procedure, which is the 

overpotential that is applied on the electrochemical cell. Although high 

overpotentials would be expected to improve film formation, the consequent 

hydrogen evolution may have a detrimental effect on the coating integrity. 

Excessive hydrogen formation may produce failures on the coating’s structure 

such as holes or cracks, and it may happen due to the use of excessively cathodic 

overpotentials or long generation times.48,74 

Gal-Or, Silberman and Chain75,76 have generated ZrO2 films on both graphite 

and titanium substrates from the precursor ZrO(NO3)·nH2O in a galvanostatic 



 

 

27 Introduction 

regime. They have detected a direct relation between the applied current density 

and the thickness of the films, but the crackled morphology of these films 

indicated that the excessive thickness led to film brittleness. 

In a study dedicated to the formation of ZrO2 films on Co-Cr alloys for dental 

applications,74 Hsu and Yen used aqueous ZrO(NO3)2 and a potentiostatic 

approach. They have observed that excessively cathodic potentials may hinder the 

coating integrity because of the hydrogen evolution, therefore films generated at 

−0.7 VSCE were more efficient than the ones generated at −1.5 VSCE for corrosion 

protection in artificial saliva. 

Using the same precursor solution as in his previous work,74 Yen and 

coworkers have carried out the EAD method on AISI 316L stainless steel,77 

titanium,78 and ASTM F-75 Co-Cr-Mo alloy79 substrates with satisfactory 

corrosion protection. Special attention was dedicated to the film annealing, with 

the coatings undergoing thermal treatments in temperatures ranging from 250 to 

900 °C. He observed that the film thickness could not exceed 0.2 μm in order to 

avoid film cracking during the annealing procedure. Even though the authors do 

not mention it, the annealing of coatings on metallic substrates should be studied 

taking into account the microstructural changes that the metal may undergo. For 

the aluminum alloy AA2024-T3 and other alloys in the AA2XXX series, for 

instance, artificial ageing heat treatments are carried out in temperatures around 

200 °C,80,81 so the annealing of the zirconium-based coating with these substrates 

at such temperatures might undesirably affect the properties of the metal. 

Shacham and coworkers, who had already used EAD for the deposition of 

silane films,71 extended their expertise to the deposition of zirconia thin films from 

zirconium tetra-n-propoxide solution on ITO and gold substrates.69 They 

observed that the deposition potential influences the thickness of the coating, with 

more negative potentials resulting in thicker films. Another studied parameter was 

the deposition time, and it has been observed that the film growth is fast in the 

first 10 minutes of deposition, but for longer periods, the thickness reaches a nearly 

steady plateau. According to the authors this happens because the film itself acts 

as a barrier for the diffusion of the reactive species, therefore the proposed 
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mechanism would be adequate for the deposition of coatings on a nanometer scale 

on conductive substrates. 

Giacomelli et al.82 used a ZrOCl2 . 8H2O solution to produce EAD zirconia 

films on NiTi alloy in a pontentiostatic procedure. The films were amorphous, 

which is in agreement with previous reports of similar coatings produced at room 

temperature,76,77 and provided corrosion protection by increasing the breakdown 

potential of the passive layer. The authors also reported the inefficiency of using 

excessively high potentials as they increase hydrogen evolution, causing the 

appearance of porosity in such passive layers. 

Trivalent Chromium Process (TCP) is a non-chromate conversion coating 

with a similar deposition mechanism as described above and which commercial 

composition is based on zirconium and trivalent chromium, resulting in the 

formation of hydrated zirconia films containing Cr(OH)3.54 Dong et al.83 have 

observed that the use of EAD in TCP resulted in thicker and denser films when 

compared to the simple immersion or dip-coating process. Therefore, the 

conventional process used for the film deposition is self-limiting, because the 

growth of the coating reduces the available area for reacting with the conversion 

solution. Another report from the same research group focused on corrosion study 

of pure aluminum substrates68 and revealed that the film acts as a barrier providing 

corrosion protection, remaining passive below the pitting potential in Cl−-rich 

medium. Once the pitting potential is reached, the films are degraded and the 

underlying substrate is oxidized. 

Qi et. al.84 have also studied the use of the EAD technique with a Cr(III)-

based coating containing zirconium with exclusive interest in understanding the 

influence of the deposition potential in the valence of the chromium present in 

the coating. Their report evidences the transition of some of the trivalent 

chromium ions to the hexavalent form depending on the applied potential. 

Although this can add improved properties to the film it may generate concern 

about the presence of Cr(VI). 



 

 

29 Introduction 

A summary of the previously reported main conditions for the Zr-based films 

formation by EAD is presented in Table 1.1.1. 

Table 1.1.1. Summary of conditions for EAD of Zr-based coatings on various 

substrates. 

Substrate 
Zr-containing 

solution 

Deposition 

conditions 
Reference 

Graphite and 

titanium 

0.1 M ZrO(NO3) . 

nH2O; pH = 2.3 

Galvanostatic (15 to 

100 mA/cm2); 10 to 60 

minutes 

75,76 

Co-Cr alloy 

0.0625 M 

ZrO(NO3)2; pH = 

2.46 

Potentiostatic 

(− 0.7 VSCE and 

− 1.5 VSCE); 500 

seconds 

74 

AISI 316L 

stainless steel 

0.0125 M, 0.00625 

M and 0.003125 M 

ZrO(NO3)2; pH = 

2.25, 2.5 and 2.7 

Potentiostatic 

(− 0.85 VSCE); 500 

seconds 

77 

Titanium 

0.0125 M 

ZrO(NO3)2; pH = 

2.2 

Galvanostatic (0.5 to 

40 mA/cm2); 5 to 50 

minutes 

78 

ASTM F-75 

Co-Cr-Mo 

alloy 

0.0625 M 

ZrO(NO3)2; pH = 

2.2 

Galvanostatic (2 

mA/cm2); 500 seconds 
79 

ITO and gold 

1.12 M zirconium 

tetra-n-propoxide 

with 0.1 M LiClO4 

in 2-propanol with 

variable amounts of 

water (until 900 

ppm) 

Potentiostatic 

(+ 2.5 VSHE to 

– 1.5 VSHE); 0.5 to 90 

minutes 

69 

Nickel and 

nickel/yttria-

stabilized 

zirconia 

composite 

0.5 mM to 10 
mM ZrOCl2; pH not 

reported 

Galvanostatic (1 to 
10 mA/cm2); 8 minutes 

72 

Equiatomic 

NiTi alloy 

0.0625 M 
ZrOCl2 . 8H2O; pH = 

1.8 

Potentiostatic 
(− 0.65 VSCE to 

− 1.6 VSCE); 15 to 40 
minutes 

82 

AA2024 

aluminum 

alloy 

TCP commercial 
solution; pH = 3.75 

Potentiostatic 
(− 1.55 VSHE); 1, 2 and 4 

minutes 

83 
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Aluminum 
0.002 M 

KCr(SO4)2 and 0.003 
M K2ZrF6; pH = 3.5 

Potentiostatic 
(− 1.25 VSCE and 

− 1.5 VSCE); pH = 3.5 

68 

Aluminum 

Commercial 
Cr(III) bath 

containing Zr; pH = 
3.9 

Potentiostatic 
(− 0.5 VSCE and 

− 1.5 VSCE); 20 and 40 
minutes 

84 

Notes: SCE = Saturated Calomel Electrode; SHE = Standard Hydrogen Electrode 

Despite the positive effects on the coatings’ properties and the possibility of 

depositing Zr-based films in multiple conductive electrodes that other researchers 

have noticed, there are two important aspects that have not been previously 

explored to the knowledge of the author. 

Firstly, none of the previous works referred in Table 1.1.1 used H2ZrF6 as a 

precursor for the film formation. This subject should not be neglected, as this acid 

is the main component of the vast majority of the baths used for the production 

of ZrCC. Secondly, none of the mentioned reports studied the application of 

organic coatings on top of the Zr-based coatings produced by EAD. This is an 

important matter for the metal finishing industry, as ZrCC is expected to replace 

traditional pretreatments for painting.28 

To finish this introduction, in the following section, the state-of-art in the 

development of bio-based organic coatings for the protection of metal substrates 

will be addressed, that is the second main objective to explore the efficiency of the 

ZrCC and Zr-EAD pretreatment methods. 

1.2 Epoxy coatings 

1.2.1 Synthetic epoxy resins and two-components coatings 

The majority of the studies that proposed the use of Zr-based pretreatments 

followed by the application of an organic coating in dual or multi-layer protective 

systems used top coats based on epoxy resins.55,63,85–91 This can be justified by the 

fact that epoxy resins can be cured to form highly cross-linked coatings with 

superior mechanical properties and chemical and thermal stability.92 

The resins that have epoxide functional groups (also called oxirane groups) 

in their structure are called epoxy, therefore there is a wide variety of polymers 
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that are comprised under this classification. These various polymers may also 

contain other functional groups, as ether, ester or amine, for instance, and their 

chemical structures will influence the material properties. In order to obtain a 

finished thermoset polymer, the epoxy resin must undergo a cross-linking stage, 

which can happen in a catalytic homopolymerization process or through chemical 

reaction with other reagents, usually called hardeners (or curing agents).92 Amines 

are the most used hardeners in the production of epoxy thermosets, but amides, 

anhydrides and polyphenols, among others, may be used as well.93–95 Although the 

polymer no longer has the epoxide functional group from the original prepolymer 

after the curing step, it is still commonly identified as an epoxy polymer or epoxy 

resin.96 

The most common mechanism for the curing of epoxy/amine systems is 

started by the opening of the epoxide cycle by the amine forming a hydroxyl group, 

in a procedure that can be carried out with or without a catalyst. This opening is 

shown in Figure 1.2.1. 

 
Figure 1.2.1. Oxyrane opening by the action of an amine. 

The epoxide opening is activated by the formation of hydrogen bond-based 

complexes between the hardener and the epoxide, and it can be catalyzed by other 

proton donor species, therefore the generated hydroxyl may catalyze further 

epoxy/amine reactions. This reaction also generates an amine with one more C-N 

bond, transforming a primary amine into a secondary one, and a secondary into a 

tertiary one. 

Crosslinking then takes place through the reactions of the secondary amine 

with an unreacted epoxy group (Figure 1.2.2a) or by an etherification reaction 

(Figure 1.2.2b).97,98 This curing process may be carried out at different 
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temperatures, depending on the reactivity of the reagents and the desired 

properties.99,100 

 
Figure 1.2.2. Crosslinking reactions of epoxy resins: a) addition of a secondary amine 

and b) etherification of an epoxy prepolymer by OH-epoxy reaction. 

Formulations of epoxy/amine systems need to be designed considering the 

availability of reactive epoxy and amine groups. These systems are known as two-

components epoxy paints (or 2K epoxy coatings, in global market). What gives 

the reference for calculating the proper proportions of the reagents are the epoxy 

equivalent weight (EEW) and the amine hydrogen equivalent weight 

(AHEW). EEW indicates the mass of epoxy resins containing 1 mol of epoxy 

groups that it has prior to the cross-linking reactions. Therefore, a high EEW 

indicates a low content of epoxy groups. In a similar way, AHEW gives the mass 

of the amine molecule relative to the quantity of N-H groups. Therefore, different 

masses may be necessary to have a stoichiometric proportion of the two reagents, 

and these proportions can be dialed in order to obtain materials with different 

properties from the same set of reagents.100 

The EEW of epoxy resins can be experimentally determined by a titration 

procedure using perchloric acid, described in the standard test method ASTM 

D1652 – 11(2019). The following equation expresses the EEW calculation: 

𝐸𝐸𝑊 =  
100𝑊

𝐴𝑁
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Where W is the mass of the epoxy resin sample, in grams, A is the volume of 

perchloric acid used in the titration, in mL, and N is the normality of the perchloric 

acid solution. 

The AHEW of an amine can be easily calculated if the molecular structure of 

the compound is known. The subsequent equation can be used:101 

𝐴𝐻𝐸𝑊 =  
𝑀

𝑁𝑢𝑚𝑏𝑒𝑟 𝑜𝑓 𝑎𝑐𝑡𝑖𝑣𝑒 ℎ𝑦𝑑𝑟𝑜𝑔𝑒𝑛
 

Where M stands for the molar mass of the amine. 

The presence of polar functional groups in the epoxy resin molecular 

structure facilitates the adsorption of epoxy polymers on metallic surfaces. These 

well adhered, highly cross-linked polymers with satisfactory mechanical properties 

provide long term corrosion protection by diminishing the electrolyte permeation 

to the substrate. This effect can be further improved with paint additives, which 

may block the electrolyte penetration or provide corrosion inhibition on the 

metallic surface.92 

Most of the epoxy compositions are based on bisphenol A diglycidyl ether 

(DGEBA), which is a product of the reaction between bisphenol A and 

epichlorohydrin.92 Its molecular structure is depicted in Figure 1.2.3. 

 
Figure 1.2.3. Molecular structure of diglycidyl ether of bisphenol A (DGEBA).102 

The toxicity of bisphenol A has been studied, with it being classified as an 

endocrine disrupting chemical with mutagenic and carcinogenic effect.103 

Consequently, its use faces restrictions in many countries for applications like 

children’s bottles and tin coating in food industry, being replaced by bisphenol S 

or other analogues.94,103,104 Nevertheless, it is still allowed in coatings and adhesive 

fields for non-biomedical applications. 
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Besides the toxicity of bisphenol A, DGEBA has another reason to be 

replaced in the synthesis of epoxy polymers. It is a petroleum-based synthetic 

chemical, and both the volatility of petroleum prices and the non-renewable 

character of this raw material make the replacement of DGEBA a priority for the 

production of more environmentally friendly materials, in a market in which the 

coatings industry represents 50 % of the global demand.93,94 Thus, in the next 

section, the state-of-art of bio-based alternatives to synthetic epoxy resins will be 

addressed. 

1.2.2 Bio-based epoxy resins 

An ideal replacement for DGEBA should, besides matching its properties 

and reactivity, be produced from renewable sources with economic viability. There 

is a wide diversity of studied candidates for replacing DGEBA, including 

microorganism-produced itaconic acid, sugar-derived furans and plant-based 

compounds, such as epoxidized vegetable oils, lignin or rosin.105,106 

Itaconic acid, for example, is industrially produced through the fermentation 

of carbohydrates using Aspergillus terreus, a fungus, and the epoxidation of its 

double bonds and carboxylic acid functions provides epoxy aliphatic prepolymers. 

The resulting polymers may have comparable characteristics with those from 

DGEBA, and their properties can be tuned by copolymerization with different 

comonomers.107,108 

Other interesting class of bio-based raw material is the sugar-based furans. 

Furans are heterocyclic compounds comprising one aromatic ring formed by one 

oxygen and four carbon atoms.109 Sugar-based furans are obtained from hexose 

and pentose sugars. These sugars can be derived from cellulose and hemicellulose, 

which are currently available in industrial scale. This contributes for them to be 

seen as promising candidates for petroleum-based replacement in resin 

formulations. The epoxy resins produced with furans, because of their aromatic 

nature, typically have high thermal resistance and their mechanical properties are 

enhanced in comparison to those of aliphatic prepolymers.96 
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Among bio-based epoxies, epoxidized vegetable oils are the most investigated 

to supplant DGEBA resins. In epoxidized vegetable oils the epoxy group is 

obtained by the reaction of the double bonds of unsaturated vegetable oils, such 

as soybean, linseed or sunflower oils, with peracids (i.e., after double-bonds 

oxidation).104 

Soybean oil is widely used in the polymer industry as a plasticizer or, in its 

epoxidized form, as an alternative to conventional petroleum derivatives for epoxy 

resins. Its relatively low price and high availability provide favorable conditions for 

its economic viability.96 Although, from a structural point of view, the low oxirane 

content of epoxidized soybean oil (ESO) may hinder the crosslinking density. This 

causes the polymer to have poor thermal and mechanical properties. Additionally, 

unreacted oil may act as a plasticizer in the resin, adding an extra factor for these 

polymers not being used as structural materials.110 

In order to improve the reactivity of the prepolymer and the properties of 

the cured polymer, the ESO can undergo a ring-opening reaction with acrylic acid, 

providing acrylated ESO. This material has already been used in UV-curable 

organic coatings with satisfactory results.111,112 

Linseed oil is another popular alternative because of its high double bond 

content, enabling the production of a highly epoxidized oil.96 Peres et al.104 have 

produced epoxy coatings using epoxidized linseed oil and amine curing agents. 

This has provided more flexible materials than the DGEBA-based ones, forming 

uniform films with lower water uptake than their petroleum-based counterparts. 

Castor oil is obtained from the seeds of the castor plant (Ricinus comunis). Its 

main component (approximately 90 %) is ricinoleic acid. The presence of a 

hydroxyl group and a double carbon-carbon bond in its structure allow its chemical 

modification, including its epoxidation.113  Castor oil derivatives, such as acrylated 

castor oil and epoxidied methacrylated castor oil, have been studied for the 

production of thermoset polymers with applications in composite materials and 

have originated materials with increased toughness in comparison to commercial 

epoxy thermosets.114 
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One important aspect that is common among most of these alternatives 

compared to DGEBA is the lower reactivity of the epoxy groups in the aliphatic 

monomers and the lower glass transition temperature (Tg), which is limited by the 

presence of long alkyl chains in the produced epoxidized vegetable oils. This may 

result in these polymers being unable to compete with DGEBA-based products 

for most applications. Given this conditions, the non-aliphatic monomers are 

more desirable for achieving satisfactory thermal and mechanical properties.115,116  

Another possibility contemplated by researchers is the addition of bio-based 

compounds in DGEBA-based epoxy formulations, in an attempt to reduce the 

use of DGEBA without compromising the prepolymer reactivity. These 

combinations may even provide more flexibility to the typically brittle DGEBA 

products, which may be beneficial for some applications.96,117 

More recently, limonene has emerged as a novel candidate for using 

renewable raw material for polymer production.118 It is a cyclic monoterpene 

(Figure 1.2.4) that is abundantly found in nature and is currently extracted from 

citrus fruits, mainly from orange, at industrial levels.118,119 It is the main component 

of orange oil, which underwent such an increase in demand that made its 

extraction more profitable than the orange juice production in relatively small scale 

production sites in the Italian region of Sicily.119 

 
Figure 1.2.4. Molecular structure of limonene.120 

A study on the economic viability of using limonene for replacing toxic 

volatile organic compounds (VOC) as solvent121 has showed that, depending on 

regional and cultural factors, it could substitute toluene aromatic solvent in the 

cleaning sector. Some countries like Spain and Brazil, with a high production of 
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citrus, could make great profit of their situation to move towards greener 

industries. This makes limonene a chemical compound that should be of major 

interest in both of the countries where the research presented in this thesis has 

been carried out. 

Limonene is reacted with perchloric acid in order to obtain limonene oxide 

(LO), as seen in Figure 1.2.5.122,123  

 
Figure 1.2.5. Schematic representation of the synthesis of limonene oxide (LO) from 

limonene. 

This oxide is a tri-substituted epoxy that, through copolymerization with 

carbon dioxide and by using organic-inorganic complexes as catalysts, can be 

transformed into poly(limonene carbonate) (PLC), which is studied as a new bio-

based prepolymer for polymer formulations.119,122,124–126 

With the aim of obtaining a poly(limonene) dicarbonate (PLC), Kindermann, 

Cristòfol and Kleij have reported its synthesis starting from LO.124 LO was 

transformed to PLC by copolymerization with CO2 using a binary catalyst 

composed by bis-triphenylphosphine iminium chloride (PPNCl) and an 

aminotriphenolate Al(III) complex (AlMe) in a pressurized reactor with CO2 

atmosphere. PLC went then through an oxidation with dichloromethane and 

meta-chloroperoxybenzoic acid, originating poly(limonene-8,9-oxide) 

carbonate (PLCO). The synthesis sequence is depicted in Figure 1.2.6. 
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Figure 1.2.6. Schematic representation of the synthesis of PLCO as performed by 

Kindermann, Cristòfol and Kleij.124 

The structure of PLCO differs from PLC because of the conversion of a 

terminal double bond by an epoxide function. A brief description of the two steps 

of synthesis was described in the paragraph above. Further details about this 

synthesis, such as purification procedures and reaction time and temperature, can 

be found in Kindermann et al. report.124 

Although their goal was to obtain the polycarbonate PLDC, the authors went 

through the production of PLCO, which has a yet unexplored potential for being 

used for the preparation of bio-based epoxy resins, once its epoxide group may 

undergo the same reactions as described previously on the obtaining of synthetic 

epoxy thermosets (Section 1.2.1). This step is one of the objectives of this thesis 

(Chapter 2), since the Innovation in Materials and Molecular Engineering 

Biomaterials for Regenerative Therapies Group (IMEM-BRT), together with 

Synthetic Polymers: Structure and Properties (PSEP), both from UPC, joined their 

efforts to collaborate with Kleij Group and Catalyst Solutions and Optimization 

Laboratory (CSOL) Centre from Institut Català d’Investigació Química (ICIQ, 

Tarragona) in such project.  

Thus, the present work was carried out with the scope of bringing together 

the ZrCC nanometric passivation, especially carried out with the EAD technique, 

and the preparation of the new epoxy thermosets from PLCO (and PLCO 

derivatives) with different amine hardeners. The combination of these studies can 

generate a new two-coat system for the protection of aluminum alloys. Therefore, 
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the novelty of the thesis is the combination of ZrCC pretreatment generated by 

EAD followed by the application of a new bio-based thermoset epoxy, as topcoat, 

for corrosion protection. The new materials were envisaged for coatings and 

adhesive technologies applications. 
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2 Objectives 

This research was carried out in a collaboration between IMEM-BRT – 

Innovation in Materials and Molecular Engineering - Biomaterials for Regenerative 

Therapies, at Universitat Politècnica de Catalunya (UPC), and LACOR –  

Laboratório de Corrosão, Proteção e Reciclagem de Materiais, at Universidade 

Federal do Rio Grande do Sul (UFRGS). Parts of this work also had the valuable 

cooperation of the Institut Català d’Investigació Química (ICIQ) and the Synthetic 

Polymers: Structure and Properties Group (PSEP), at UPC. 

The first stage of this research comprises the objective of producing ZrCC 

on aluminum alloy substrates using the EAD technique and comparison of this 

method with the dip-coating process, the classical one. The specific objectives at 

this stage are: 

a) Identify the influence of the aluminum substrate in the deposition 
process of ZrCC while using the EAD technique; 

b) Determine the chemical composition of the ZrCC films produced 
by EAD on aluminum; 

c) Produce thicker and more homogeneous ZrCC films in order to 
provide low film porosity and enhanced corrosion protection for 
aluminum; 

d) Evaluate the corrosion protection provided by a bilayer coating 
system with EAD-produced ZrCC and a commercial organic 
coating. 

The second stage of this research has the objective of producing a partially 

bio-based epoxy thermoset polymer with the PLCO fully bio-based prepolymer, 

prepared at ICIQ and, in cooperation with PSEP, measure its thermal and 

mechanical properties. More specifically: 

a) Identify, within the commonly used solvents in the coatings industry, 
the adequate solvents for PLCO solid epoxy resin; 

b) Find compatible commercially available amine hardeners for the 
preparation of a two-component thermoset epoxy with PLCO; 

c) Establish a curing procedure of the studied PLCO-amine systems; 
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d) Study, through thermal characterization techniques, the relative 
reactivity of the two-component systems, the Tg of the polymers and 
their thermal stability; 

e) Determine the mechanical properties of the studied thermoset 
polymers. 

In the final part of this research, the combination of the findings of the two 

previous stages will be used with the objective of producing the optimum bilayer 

coating system for aluminum alloy protection, with an EAD-made ZrCC followed 

by the application of PLCO bio-based derivative that obtained the best thermal 

and mechanical properties. The specific objectives of this part comprise: 

a) Provide corrosion protection to aluminum with the studied coating 
system; 

b) Evaluate the adherence between the two layers of the coating system. 



 

3 Green nanocoatings based on the deposition 

of zirconium oxide: The role of the substrate  
 

SUMMARY 

Herein, the influence of the substrate in the formation of zirconium oxide 

monolayer, from an aqueous hexafluorozirconic acid solution, by chemical 

conversion and by electro-assisted deposition, has been approached. The 

nanoscale dimensions of the ZrO2 film is affected by the substrate nature and 

roughness. This study evidenced that the mechanism of Zr-EAD is dependent 

on the potential applied and on the substrate composition, whereas conversion 

coating is uniquely dependent on the adsorption reaction time. The zirconium 

oxide based nanofilms were more homogenous in AA2024 substrates if 

compared to pure Al grade (AA1100). It was justified by the high content of Cu 

alloying element present in the grain boundaries of the latter. Such 

intermetallic active sites favor the obtaining of ZrO2 films, as demonstrated by 

XPS and AFM results. From a mechanistic point of view, the electrochemical 

reactions take place simultaneously with the conventional chemical conversion 

process driven by ions diffusion. Such findings will bring new perspectives for 

the generation of controlled oxide coatings in modified electrodes used, as for 

example, in the construction of battery cells; in automotive and in aerospace 

industries, to replace micrometric layers of zinc phosphate by light-weight 

zirconium oxide nanometric ones. This study is particularly addressed for the 

reduction of industrial waste by applying green bath solutions without the 

need of auxiliary compounds and using lightweight ceramic materials. 

 

Publication derived from this work:  

Moreira, V. B.; Puiggalí-Jou, A.; Jiménez-Piqué, E.; Alemán, C.; Meneguzzi, A.; and Armelin, 

E. Green Nanocoatings Based on the Deposition of Zirconium Oxide: The Role of the Substrate. 

Materials 2021, 14, 1043. https://doi.org/10.3390/ma14041043 
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 Introduction 

Circular economy, life-cycle assessment, reduction of fuel 

consumption, reduction of industry manufacturing costs, all together 

drive forces to the development of environmentally friendly and 

lightweight new materials and devices for automotive and aerospace 

industry applications. Within this context, old and expensive metal pre-

treatment processes, such as iron and tri-cation zinc phosphate, and green 

and yellow chromate, are moving towards a new generation of cleaning 

and surface activation processes.1,2 Phosphating is a widely used chemical 

pre-treatment process for metal surface protection, actuating as both 

passivation layer and adhesion promoter for subsequent application of 

organic coatings, particularly in the automotive and in the aircraft 

industry.3,4 Phosphate and chromate technologies have been substituted 

by chromium-free and hybrid pre-treatment coatings.5–7 The urge for 

innovation in such processes and, particularly, in the replacement of 

hazardous substances (with potential toxicity for human life) motivate 

extensive research on various alternatives, among which titanium and 

zirconium fluorinated-complexes are recognized as one of the most 

promising pre-treatment coatings for body car protection, aerospace 

alloys, coil coatings, and other structural equipment.8,9 

Zirconium-based conversion coating (ZrCC) has been widely used as 

chemical pre-treatment by dip-coating deposition and under cathodic 

electro-dip primer formation, mainly for the replacement of tri-cation zinc 

phosphate pre-treatments in the automotive original equipment 

manufacturers (OEM) market.10 Such coatings, with specific weight of 

only 0.01 to 0.02 g/m2, are extremely thin and represent a great advantage 

of cost and light-weighting final material for the producers.1 The 

effectiveness of the dip-coating process by immersion of the metal 

substrate in hexafluorozirconic-acid-based (H2ZrF6-based) solution is pH 

limited and the homogeneity of the obtained films is sometimes poor.11 
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Previous works have demonstrated that the incorporation of auxiliary 

additives in the bath solutions, like copper (II), nickel (II), nitrate (NO3
−) 

and hydrogen phosphate (HPO4
2−) ions, are necessary to further improve 

the barrier property and the density of ZrCC layer.12,13 Unfortunately, the 

addition of auxiliary compounds is not a good option for industrial 

applications because they may increase the formation of anodic sludge in 

tanks and the amount of water contaminants, resulting in non-sustainable 

and non-competitive costs for industry. 

There are a lot of examples of the ZrCC applications in steel and 

aluminum alloys, by dip-coating method8,14–16 and a few related to the 

electro-assisted deposition (EAD) method.17,18 Nevertheless, a deep 

understanding of the nanocoating formation and its stability were scarcely 

approached. For instance, Chen-Wiegart and co-workers12 developed 

environmentally friendly Zr-based conversion nanocoatings on low 

carbon steel by using H2ZrF6 solutions with very low content (ppm) of 

cupric nitrate as additive. By using in situ synchrotron X-ray fluorescence 

microscopy (XRF), they found that the final nanocoating composition 

mainly consists on ZrO2 and Cu2O, Cu, and CuF2 molecules in format of 

clusters above the film. Therefore, Cu ions were retained by chemical 

reaction adsorption and were not leached to the bath solution.  

Herein, we describe the controlled deposition of a hydrated 

zirconium oxide monolayer, free of other metals or additives, in two 

grades of aluminum substrates: pure Al (AA1100) and Cu-rich alloy 

(AA2024). The films, which were obtained using the dip-coating (ZrCC-

DC, or simply DC) and the electro-assisted deposition method (Zr-EAD), 

were fully characterized by microscopy, spectroscopy and electrochemical 

analyses. A mechanism based on the substrate nature is proposed, 

corroborating with previous works on CCC treatments. Finally, the 

barrier properties are also evaluated to determine the nanocoating 

resistance in electrolyte solution. Considering that H2ZrF6 is the main 
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component of most Zr-based conversion treatments, this study is 

appealing to broad applications. 

 Materials and Methods 

3.2.1 Materials 

Hexafluorozirconic acid (H2ZrF6, 50 % w/w in water) was supplied by 

Sigma-Aldrich Co. (Spain); sodium hydroxide (NaOH pellets), used to regulate 

the pH of the solution, was purchased from Panreac S.A. (Spain). The industrial 

alkaline degreaser (Saloclean 667N) was kindly supplied by Klintex Insumos 

Industriais Ltda. (Brazil). Aluminum plates (standard name AA1100), with 

rectangular geometry (5.0  1.4  0.3 cm3), and aluminum alloy (standard name 

AA2024-T3), with disk format (3.5 cm in diameter and 4 mm of thickness) were 

used as substrates for ZrCC-DC and Zr-EAD formation. AA1100 is included 

in the commercially pure Al series. Its composition was provided by the supplier 

Irmãos Galeazi Ltda. (Brazil), in weight percentage (wt. %): Cu (0.34); Fe (0.42); 

Si (0.19); Mn (<0.01); Ti (<0.02); Zn (<0.01) and balanced aluminum. AA2024-

T3 is a structural reinforced aluminum-copper grade with metallurgical temper 

code T3, which is referred to a solution heat-treated, cold worked and metal 

naturally aged. The AA2024 bar was supplied by Balumer S.L. (Spain) and its 

chemical composition is (wt. %): Cu (4.63); Mg (1.66); Mn (0.55); Fe (0.36); Si 

(0.31); and balanced to Al. The chemical composition analysis for AA2024 alloy 

was determined by ICP-AES (spectrometer SPECTROMAXx). Indium tin 

oxide coated polyethylene terephthalate sheets (ITO coated PET sheets, surface 

resistivity 60 /square, Sigma-Aldrich) and pure copper plates were also used 

as complementary substrates for specific tests, described in the next sections. 

3.2.2 Preparation and cleaning of aluminum substrates 

The surfaces of the aluminum alloy substrates were prepared by 

grinding the surface with silicon carbide paper from #600-grit, down to 

up #2500-grit. Some samples were cleaned in ultrasound bath with 

isopropanol, followed by ethanol and, at last, acetone for 5 minutes at 
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room temperature in each solvent. This procedure was carried out for the 

production of Raw samples, providing a mild cleaning, aiming for the 

preservation of the naturally formed aluminum oxide layer (hereafter 

coded as “Raw”). The rest of the samples were thoroughly washed with 

water and acetone, and immersed in Saloclean 667N degreasing agent (pH 

9.4, 70g/L, 70ºC) for 5 min. Afterwards, the specimens were washed with 

distilled water in a sonication bath for 5 min, dried under a hot air stream, 

and stored under vacuum before use. This treatment generated the 

samples coded as “Bare”, which represents the industrial conditions of 

metal degreasing before coating deposition. 

3.2.3 Zirconium oxide nanocoating depositions (Zr-DC 

and Zr-EAD) 

The conversion bath consists of an aqueous solution prepared with 

100 mg of H2ZrF6 in 1L of water (0.015% v/v). The pH was adjusted to 

3.5 with NaOH solution (1M). In order to produce the Zr-DC samples, 

panels were immersed in the conversion solution for 4 min, followed by 

water rinsing and hot air stream drying (before aging step, described 

below). By contrary, the Zr-EAD samples were obtained by a 

potentiostatic electrochemical method. The depositions were carried out 

with an Autolab PGSTAT302N potentiostat-galvanostat (Ecochimie) 

equipment, by using a three electrodes cell configuration. The working 

electrodes consisted of aluminum plates or disks, ITO foils and copper 

plates; the reference electrode was Ag|AgCl (3M, saturated); and the 

counter electrode was composed by graphite bar. The electrolyte used for 

EAD assays was the same used for the chemical conversion process. The 

experiments were carried out after open circuit potential (OCP) 

measurement (30 seconds), followed by the application of the desired 

potential during 4 min. The potentials used in this work were −1.0 VOCP 

and −1.5 VOCP, generating the samples named “EAD −1.0 V” and “EAD 

−1.5 V”, respectively. Such potentials were chosen on the basis of our 
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previous experience.19,20 Samples coated by both dip-coating and EAD 

were further post-treated for 2 hours at 100 ºC, as aging step treatment to 

achieve the dehydration of the oxide layer and the reduction of defects.21 

In parallel, ITO substrates were sequentially rinsed in deionized 

water, acetone and ethanol, with each rinsing step being carried out during 

5 minutes, under sonication. After the washing process, the samples were 

submitted to the ZrO2 electro-assisted deposition, with the same 

procedure and equipment described for the aluminum specimens. Those 

samples were used for the AFM and SEM measurements, in order to 

evaluate the isolated effect of EAD in a substrate where the conversion 

chemical reactions do not occur and to approach the influence of 

substrate homogeneity and roughness on the Zr-EAD coating. Moreover, 

more samples were prepared by EAD method, employing longer reaction 

time (60 min), to achieve thicker films and measure the mechanical 

properties of the oxide layer by nanoindentation test. In the same way, 

copper plates were also cleaned and, further DC or EAD methods were applied 

to compare the effect of Cu metal in the ZrO2 production and the stability in 

electrolyte media. 

3.2.4 Physical and chemical characterization 

Scanning electron microscopy (SEM) studies were conducted with a Focus 

Ion Beam (FIB) Zeiss Neon 40 instrument (Carl Zeiss, Germany). One 

specimen of each coated substrate was selected for cross-section analysis. The 

cross-sections were cut using Focused Ion Beam (FIB) with gallium ions. The 

samples were previously coated with a sputtered carbon layer and received a 

thin protective layer of platinum (gas injection). First, an electron beam assisted 

Pt deposition was carried out to achieve Pt layer thickness of about 250 nm. 

The platinum layer was necessary to obtain smoother cross-sections by 

protecting the surface against the damage of the Ga ions. An initial coarse 

milling was carried out at 10 nA, followed by a finer milling at 500 pA, which 

provided regular cross-sections. The resulting cross-sections were 15 μm long 
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and 3 μm deep. For SEM analysis an electron beam of 5 kV was applied. The 

thickness of Zr-DC and Zr-EAD coatings was evaluated after 50 measurements 

using high magnification images. Analysis of variance (one-way ANOVA) was 

carried out with a confidence level of 95 %, followed by a Turkey test for means 

comparison of the measured thicknesses. Atomic force microscopy (AFM) was 

conducted to obtain topographic information (2D Phase images) and roughness 

(3D height images) of the modified surfaces. The experiments were carried out 

with an AFM Dimension microscope, equipped with NanoScope IV controller 

and NanoScope Analysis software (1.20 Veeco), under ambient conditions and 

by using tapping mode. The equipment operated with a frequency of 150 kHz 

and a with force constant of 5 N/m. The scanning frequency was set between 

0.6 and 0.8 Hz and the area of analysis varied with windows of 50  50 µm2 and 

20  20 µm2. Several measurements were performed on the top of the samples, 

which produced reproducible images similar to those displayed in the results 

section. 

The chemical compositions of the substrates and coatings were 

determined by X-ray photoelectron spectroscopy (XPS) and energy dispersive 

X-ray spectroscopy (EDX). XPS analyses were performed in a SPECS system 

equipped with a high intensity twin anode X-ray source XR50 of Mg/Al (1253 

eV/1487 eV) operating with the selected Al anode at 150 W, and by using a 

Phoibos 150 MCD-9 XP detector. For the preparation of the samples, the bare 

alloys were first polished, washed three times with isopropanol, ethanol, 

deionized water and acetone, under ultrasound bath for 5 min, dried under 

nitrogen flow and vacuum. Afterwards, sputtering of the surfaces with argon 

gas (2 min) was applied to eliminate the surface contamination by carbon 

compounds. All spectra were calibrated with the C 1s peak (284.5 eV). The 

following elements: C 1s, O 1s, Al 2p, Zr 3d, and Cu 2p were analyzed for the 

high-resolution peaks and plotted after deconvolution. 

Water contact angle (WCA) measurements were carried out with an OCA 

15EC instrument (DataPhysics GmbH, Filderstadt) using the sessile droplet 

method at room temperature, to evaluate the wettability changes of the 
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modified surfaces. Data were recorded after the water droplet deposition (0.5 

μL) and stabilization (30 s), using SCA 20 software, and were reported as an 

average of ten independent measures for each sample. 

The hardness and elastic modulus of thin Zr-EAD films were measured 

using an MTS Nanoindenter XP instrument, with a Berkovich diamond tip 

calibrated with fused silica standard. The results were analyzed with the Oliver 

and Pharr method.22,23 The sample prepared on ITO substrate, coated by EAD 

technique at −1.0 V during 60 minutes, was used as model to estimate the 

mechanical properties of the film. Long generation time was necessary to 

produce thick coatings in order to obtain reliable values of mechanical 

properties under nanoindentation forces. 

3.2.5 Electrochemical characterization of zirconium oxide 

nanocoating 

The potentiodynamic and electrochemical impedance spectroscopy (EIS) 

studies were performed in an Autolab PGSTAT302N potentiostat-galvanostat 

(Ecochemie) equipment. The electrochemical cell consisted of three electrodes, 

having the sample set as the working electrode, a platinum wire as counter 

electrode and a Ag|AgCl (KCl, 3M) as reference electrode. The tested area was 

0.785 cm² and the electrolyte used was 0.05 M NaCl aqueous solution. The 

potentiodynamic curves were registered after 30 minutes of open circuit 

potential (OCP) stabilization. The potential sweep ranged from −0.3 VOCP to 

+1.0 VOCP with a scan rate of 1 mV/s. For short run times (0.5h), the cleaned, 

etched and coated substrates were evaluated per triplicate and the effect of the 

cathodic potential (−1.0 V or −1.5 V) used for the generation of the coating 

was compared. 

EIS experiments were performed to evaluate the polarization resistance of 

the ZrO2 nanolayer, after 30 min of time exposure to the electrolyte solution. 

The amplitude of the EIS perturbation signal was 10 mV, the frequency ranged 

from 105 to 10−1 Hz taking measurements of 10 frequencies per decade. The 

same cell and electrodes reported for polarization tests were used here. 
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 Results and discussion 

3.3.1 Influence of the substrate in the deposition of Zr-EAD 

films 

There are some studies that corroborate the effective role of intermetallic 

particles in alloyed aluminum as promoters of ZrCC deposition,8,24 but 

apparently their effect in the Zr-EAD has not been explored yet. Pioneer works 

of Zr-based coatings onto aluminum substrates were also limited to CCC 

treatments.25–27 In all cases, the major drawback is the high porosity of the oxide 

layer and the limited thickness of the ZrO2 film (10–80 nm), obtained by CCC 

processes, that preclude a good coating analysis. Therefore, this section will 

focus in the surface characterization of ZrO2 with controlled deposition by 

EAD method.  

The properties of the ZrO2 layer will depend on the substrate nature and 

its roughness. Therefore, indium-tin oxide substrates, with very low roughness 

(4.3  0.9 nm) were chosen to explore the deposition of ZrO2 nanometric layer, 

taking the advantage of the low effect of the substrate roughness on the 

nanocoating obtaining. The other advantage of ITO substrate is that it does not 

undergo the reactions involved in the self-deposition of the ZrO2 by the CCC 

method, i.e. the zirconium coating can only be obtained with the application of 

current or voltage (EAD method). Figure 3.3.1 contains the topographic 

images of these specimens. 

As seen in the topographic images, the roughness of the ZrO2 layer is 

practically the same than that of the substrate without EAD coating, 

independently of the potential applied. This evidenced that the formed film 

reproduces the underlying substrate roughness, as presented in Table 3.3.1. 
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Figure 3.3.1. SEM (left) and AFM 3D height images (right) on ITO substrates: a) after 

ultrasonication bath cleaning; b) after Zr-EAD at −1.0 V; and c) after Zr-EAD 
at −1.5 V coating generation. 

Table 3.3.1. Roughness of aluminum surfaces treated with degreasing agent 

(Bare) and electro-assisted deposition of zirconium conversion 

coating (EAD). The values of the nanocoatings deposited in the 

aluminum substrates (rough surface) were measured using AFM 3D 

topographic analyses (Figure 3.3.10) and were compared to that 

deposited in ITO substrates (smooth and very homogenous surface). 

Substrate ZrO2 deposition method Roughness (nm ± SD) 

AA1100 

Bare 57.2  28.4 

EAD at −1.0 V 29.8  7.4 

EAD at −1.5 V 41.4  3.8 

AA2024 

Bare 35.6  6.6 

EAD at −1.0 V 24.9  2.2 

EAD at −1.5 V 49.4  9.3 

ITO 

Bare 5.0  0.4 

EAD at −1.0 V 6.6  0.4 

EAD at −1.5 V 6.3  0.5 
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The root mean square roughness (Rq) values, which were determined by 

AFM using a scan window size of 20  20 m2, were 5.0  0.4 nm, 6.6  0.4 

nm, and 6.3  0.5 nm, respectively for ITO bare, Zr-EAD/ITO −1.0 V and 

Zr-EAD/ITO −1.5 V. 

Figure 3.3.2 contains the results from the nanoindentation measurements 

performed with the films. Figure 3.3.2a shows that a nearly steady plateau was 

reached for both hardness and elastic modulus after the nanoindenter reaches 

the end of the oxide layer in ITO substrates. Those values correspond to the 

properties of the substrate. By contrary, the nanoindentation curves obtained 

for AA1100 plates and AA2024 disks coated with ZrO2 films show high 

deviations (Figure 3.3.2b and Figure 3.3.2c, respectively). This behavior is a 

consequence of a relatively high surface roughness of the substrate when 

compared to the nanoscale dimensions of ZrO2 coatings. The nanoindenter 

experiments over aluminum plates/ZrO2 cannot be taken into consideration 

for the evaluation of its mechanical properties due to the very high deviations 

of results, which prevent any trustful conclusions in such metallic substrates. 

Increase of electrochemical reaction time (from 4 min to 60 min) led to 

the obtaining of thick ZrO2 films with elastic modulus of 14.1  2.1 GPa and 

hardness of 1.3  0.1 GPa, derived from nanoindentation measurements. Such 

values do not correspond to solid fully dense zirconia, after sintering process 

(>17 GPa and 250 GPa, for hardness and elastic modulus, respectively),28 as 

the coating does not undergo traditional ceramic processing, indicating that the 

film should have more porous microstructure than that of bulk material itself.29–

31 
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Figure 3.3.2. Elastic modulus and hardness as a function of nanoindenter penetration 
into sample surface: a) Zr-EAD −1.0 V in ITO substrate; b) Zr-EAD −1.0 V 
in AA1100 plates, c) Zr-EAD −1.0 V in AA2024. All coatings generated at 1h 
by EAD method. Hardness is given in black filled dots and elastic modulus in 
empty dots. 

 

Regarding the deposition of ZrO2 in aluminum substrates, the thickness 

measurement by AFM is impracticable due to the nanoscale range of the films 

(20-30 nm) compared to the high roughness of soft metal substrate after 

polishing pre-treatments. Here, such measurements were carried out with FIB-

SEM microscopy. The SEM images, showing a detail of the cut provoked by 

the electron beam, demonstrate that ZrO2 films are perfectly adhered to the 

substrate (Figure 3.3.3). 
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Figure 3.3.3. a-c) Cross-section of FIB-SEM micrographs showing the ZrO2 film 

thickness between Pt layer and metal substrate, previously degreased with 
alkaline solution (Bare). d) Values of thicknesses and deviations of samples 
AA1100 and AA2024, evaluated by HR-SEM. e) Schematic representation of 
ZrO2 layer over Al alloy surfaces. Letter codification: a) Dip-coating method; 
b) Zr-EAD at −1.0 V; c) Zr-EAD at −1.5 V; and number codification: 1) 
AA1100 and 2) AA2024 plates. SEM magnifications: a1) 81.81 kX; a2) 100 kX; 
b1) 72.43 kX; b2) 100 kX; c1) 85.28 kX; and c2) 100 kX. Red rectangles indicate 
the region used for the thicknesses measurements. 

The substantial challenge is found when comparing the two substrates in 

Figure 3.3.3d. AA1100 plates have the highest film thicknesses (Table 3.3.2). 

The explanation is that the zirconium layer does not correspond exclusively to 

ZrO2 compounds, as the film has a gradient in composition. The closer to the 

substrate interface, the higher the Al concentration, which is related to a 

combination of Al2O3/AlOOH passivation layers; whereas the outer surface is 

rich on Zr atoms (detected by XPS analysis, as will be discussed in section 3.3.2). 

This implies that there is not a defined interface between the ZrCC and the 

native oxide/hydroxide layer and both contribute to the measured thicknesses. 

A simplified profile in Zr and Al concentrations, as a function of depth, is 

shown in Figure 3.3.3e. The depth–dependent element concentration profile 

on zirconium-based conversion coatings has been already demonstrated by 
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other authors using techniques such as Auger Electron Spectroscopy (AES),16,32 

Time-of-Flight Secondary Ion Mass Spectrometry (ToF-SIMS)33 and Glow 

Discharge Optical Emission Spectroscopy (GDOES).34 The thickness of the 

native oxide layer was determined to be at around 30 nm. 

The local deposition of Zr-oxide based coatings on AA1100 is due to its 

high amount of passivation layers (Al2O3/AlOOH), compared to the surface 

with copper rich sites (AA2024). Moreover, previous work proved that the local 

composition of ZrO2 is conditioned by the presence of copper in the alloy 

surface (AA6014 contains Mg ≤0.8 wt.%, Fe ≤0.35 wt.%, Si ≤0.6 wt.%, Cu 

≤0.2 wt.%, Mn ≤0.2 wt.%, the rest of Al).35 They found higher amount of Al 

atoms than Zr atoms when alloys without Cu were investigated (AA1050 

contains Al ≥ 99.5 wt%, Fe ≤ 0.3 wt.%); which corroborates our results. Thus, 

we found similar effect and the same tendency on ZrO2 layer deposition, by 

using XPS analysis (next section 3.3.2). The novelty in this work is that the 

aluminum alloy used has the highest Cu weight percentage (AA2024 contains 

Cu ≥ 4.5 wt.%) among Al alloys. Therefore, the effect on the nanocoating 

deposition is more evident with respect to samples without copper, as for 

example in AA1100 and AA1050 alloys; or with very low content, as is the case 

of AA6014 alloy.  

On the other hand, the analysis of variance followed by Turkey test for 

means comparison (significance level of 0.05) indicates greater film thicknesses 

obtained by EAD, regardless of the applied potential, when compared to the 

DC method (Table 3.3.2) on both substrates. This probably occurs due to the 

improved ions migration induced by potential application. 
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Table 3.3.2. Thicknesses of ZrO2 nanocoatings, obtained by cross-section 

analysis of FIB-SEM micrographs, for samples generated with two 

different methods (DC and EAD), and with two different deposition 

potentials (−1.0 V and −1.5 V) in EAD. 

Substrate ZrO2 deposition method Thickness and SD (nm) 

AA1100 

DC 24.9  6.7 

EAD at −1.0 V 31.1  8.2 

EAD at −1.5 V 30.4  9.8 

AA2024 

DC 14.5  4.1 

EAD at −1.0 V 18.7  4.0 

EAD at −1.5 V 21.2  10.1 

3.3.2 Zr-EAD nanocoating composition 

The XPS survey spectra obtained from the analyzed samples are depicted 

in Figure 3.3.4. As can be seen, the presence of atoms from substrate and 

zirconium oxide coating is detected, as well as some carbon and fluorine atoms. 

 

Figure 3.3.4. XPS survey spectra showing the main elements found in the surfaces of 
Raw, Bare and Zr-EAD samples, obtained with −1.0 V and −1.5 V in: a) 

AA1100 plates and b) AA2024 disks. 

This analysis revealed a great contribution of some compounds present in 

the metal-zirconium oxide coating interface, due to the low thicknesses of such 

films and to the influence of metal pre-treatment.  The deconvolutions of the 

Al 2p, Zr 3d and Cu 2p peaks are shown in Figure 3.3.5, Figure 3.3.6 and 

Figure 3.3.7, respectively. 
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Figure 3.3.5. XPS high-resolution spectra of Al 2p region, before (Raw, a-b); after 

alkaline etching process (Bare, c-d); and after electro-assisted deposition of 
ZrO2, generated at −1.0 V (e-f) and −1.5 V (g-h). Left: AA1100 samples and 
right: AA2024 samples. 
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Figure 3.3.6. XPS high-resolution spectra of Zr 3d region, after electro-assisted 

deposition of ZrO2: a) AA1100/EAD −1.0 V; b) AA2024/EAD −1.0 V; c) 
AA1100/EAD −1.5 V; and d) AA2024/EAD −1.5 V.  

 

Figure 3.3.7. Cu 2p1/2 (956 eV) and Cu2p3/2 (933 eV) XPS high resolution spectra of: 
a) Raw, b) Bare, c) Zr-EAD −1.0 V, and d) Zr-EAD −1.5 V, detected in 
AA2024 disks. 
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The most relevant atoms were aluminum, derived from the substrate and 

from oxidized Al compounds; fluorine, derived from the bath solution and 

further reaction with Al3+ (AlF3); and copper, derived from Cu oxidation to 

Cu+1 (Cu2O) and Cu2+ (Cu(OH)2). The latter was exclusively detected in the 

AA2024 substrates, which have high content of Cu as alloying element. The 

abovementioned compositions were observed thanks to the careful 

deconvolution of the XPS high resolution experimental data and contrasting 

with XPS database.  

It is evident that mild surface cleaning with organic solvents (Raw), for 

example, does not remove the native Al oxide and alloying elements from the 

metal surface (Figure 3.3.5a-b), whereas alkaline etching (Bare) causes a great 

effect. In a strongly alkaline environment, a powerful oxidizing agent is 

introduced, then the metal oxidation and the formation of one (or more) of the 

solid oxides (Al2O3/AlOx), and metal hydroxides (AlOOH) is expected (Figure 

3.3.5c-d).36,37 Indeed, in the particular case of Al alloys, de-alloying of the 

elements close to the surface is also achieved. It was observed in the high-

resolution spectra of Cu 2p, by detection of the presence of Cu2O and Cu(OH)2 

molecules (Figure 3.3.7) and this phenomenon has been extensively reported 

by several authors.38–41 Thus, the Cu atomic concentration is much higher for 

the Bare sample than for the other treatments in AA2024. After the zirconium 

deposition, the high resolution spectrum of Al 2p is almost invariable in any 

EAD potentials, but has much lower atomic percentage in AA2024, if 

compared to AA1100 (Table 3.3.3). It should be emphasized that Al 2p region 

has also a small contribution of Cu 3p content in the same region, as seen in 

the Figure 3.3.5f-h, and it must be taken into account for the calculation of the 

Al atomic percentage in AA2024 samples.  

The atomic percentage concentrations of those elements are expressed in 

Table 3.3.3. 
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Table 3.3.3. Atomic concentration of Al 2p, Zr 3d, Cu 2p and O 1s, obtained 

from the XPS high resolution spectrum of each orbitals, and 

comparative apparent atomic ratios of main elements. The values of 

Al 2p in AA2024 samples are the neat contribution of this orbital, 

having docked the contribution of Cu 3p from deconvoluted peaks of 

Al 2p region (see Figure 3.3.5). 

Sample code 
Al 2p 

(%) 

Zr 3d 

(%) 

O 1s 

(%) 

Cu 2p 

(%) 

Al/Zr 

ratio 

Cu/Al 

ratio 

AA1100 Raw 27.23 - 27.47 - - - 

AA1100 Bare 32.10 - 42.42 - - - 

AA1100 EAD 

− 1.0 V 

12.08 13.28 35.04 
- 0.91 - 

AA1100 EAD 

− 1.5 V 

16.73 11.90 37.42 
- 1.41 - 

AA2024 Raw 21.25 - 29.70 0.03 - 0.001 

AA2024 Bare 38.16 - 35.25 0.31 - 0.008 

AA2024 EAD 

− 1.0 V 

6.44 22.19 34.39 0.17 
0.29 0.045 

AA2024 EAD 

− 1.5 V 

8.24 16.12 29.75 0.20 
0.51 0.062 

 

Taking into account the deconvolution of Zr high resolution spectrum, 

with two peaks of Zr 3d5/2 and Zr 3d3/2 at binding energies of 182.5 eV and 

185 eV (Figure 3.3.6), respectively, the inorganic coating is mainly composed 

by zirconium oxide, whereas some minor residual fluorine complexes are 

probably present.16,24,42 Fluorine element observed in EAD samples (Figure 

3.3.4) mostly arises from the bath, whereas that detected in Raw and Bare 

substrates comes from some equipment contamination. Zhang et al.9 have 

reported that conversion coatings in AA5052 aluminum alloy (Mg-rich alloy) 

obtained from fluorine salt solutions contains hydrated AlF3 compound trapped 

among the metal oxides. As the contribution of fluorine has been measured to 

be between 2-3 %, and even less for Raw and Bare substrates, it has been 

considered to not interfere significantly in the interpretation of the results 

regarding the main components. The EAD coating composition found was 
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consistent with that reported for DC method.24,35,42 In AA1100 samples, the Al-

rich and Zr-rich zones pointed out in the scheme of Figure 3.3.3e, are not 

differentiated. The apparent atomic ratio of Al/Zr is close to unit (0.91 and 

1.41, for EAD −1.0 V and EAD −1.5 V, respectively); whereas in AA2024 such 

values have been reduced to a factor of 1/3 and 1/2 (Table 3.3.3) for each 

applied potential, respectively. Based on XPS evidences, undoubtedly, the 

unique explanation for the high content of Zr atoms in AA2024 is the 

distribution of ZrO2 molecules over the abovementioned surface, i.e. the 

homogeneity of the film covering the substrate, which seems to be favored by 

both, the use of the EAD technique and the presence of Cu-rich sites.  

In conclusion, the slightly higher thicknesses measured for AA1100 

samples can be the result of a thick aluminum oxide/hydroxide layer in the 

boundary zone between Al metal surface and zirconia layer, as explained before. 

So, the Zr-rich zone is expected to be more homogenous and thinner in 

AA2024 than in AA1100, which agrees with the known favorable effect of the 

intermetallic (with cathodic nature, like copper-aluminum) for the zirconium 

oxide film formation, described above. Additionally, comparing the two 

cathodic potentials used in EAD treatments, the low voltage (−1.0 V) seems to 

potentiate a better surface coverage, as will be explained in the next section. 

 

3.3.3 Zr-EAD nanocoating surface topography 

The morphology of the nanometric films was evaluated by SEM and AFM. 

In Figure 3.3.8, a clear cauliflower structures was evidenced after the ZrO2 

growth on top of aluminium surfaces, which is characteristic of porous 

materials.43–45 The globular agglomerates observed in samples AA1100 (Figure 

3.3.8a-c) are bigger than that obtained in AA2024 (Figure 3.3.8d-f) and it 

affects the heterogeneity of Zr-based coatings. 
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Figure 3.3.8. SEM micrographs at low (1, 30 kX) and high magnifications (2, 150 kX), 

evidencing the morphology of zirconium oxide in the following samples: a) Zr-
DC/AA1100; b) Zr-EAD − 1.0 V/AA1100; c) Zr-EAD − 1.5 V/AA1100; d) 
Zr-DC/AA2024; e) Zr-EAD − 1.0 V/AA2024; and f) Zr-EAD 
− 1.5 V/AA2024. 

Long reaction time (60 min) leads to an increase on cauliflower globular 

agglomerated structures (Figure 3.3.9a) and, therefore, to highly 

heterogeneous films with poor mechanical properties, showing thicker coating 

and cracks (Figure 3.3.9b-c), not desirable for industrial application aims. 

 

Figure 3.3.9. SEM micrographs evidencing the high density of ZrO2 agglomerates in 
AA2024 coated samples (EAD generated for 60 min at potentiostatic 
condition). The magnifications are: a) 16kX; b) 38kX; and c) detail of the ZrO2 
thick layer and the substrate at 26kX. 

AFM was performed in order to get a deeper understanding on the surface 

morphology by application of EAD method. AFM 3D height images of the 

surfaces of the studied coatings are shown in Figure 3.3.10. 
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Figure 3.3.10. AFM 3D height images of: a) AA1100 bare sample, after raw material 
degreasing; b) Zr-EAD at −1.0 V/AA1100; c) Zr-EAD at −1.5 V/AA1100; 
d) AA2024 bare sample, after raw material degreasing; e) Zr-EAD at −1.0 

V/AA2024; f) Zr-EAD at −1.5 V/AA2024. 

The surface roughness (Table 3.3.1) decreased from 57.2 ± 28.4 nm in 

AA1100 Bare surfaces to 29.8 ± 7.4 nm and to 41.4 ± 3.8 nm, after Zr-EAD at 

−1.0 V and Zr-EAD at −1.5 V, respectively. Similar result was obtained for 

AA2024 where the roughness decreased from 35.6 ± 6.6 nm to 24.9 ± 2.2 nm 

after Zr-EAD at −1.0 V, whereas with Zr-EAD at −1.5 V the value increased 

(49.4 ± 9.3 nm) respect to Bare sample (35.6 ± 6.6 nm). By contrary, in ITO 

substrates, the roughness differences are negligible, as expected, thanks to the 

high nanometric smoothness of such surfaces, as explained in the section 3.3.1. 

Particularly, detail observation of AFM 2D phase images reveals important 

differences among pure Al and Cu-rich Al surfaces (Figure 3.3.11). ZrO2 

successfully filled the valleys generated by the mechanical polishing marks, 

offering a more homogenous and smooth surface in AA2024 (Figure 3.3.11e-

f) than in AA1100 samples (Figure 3.3.11b-c). Moreover, AFM analysis 

corroborated the morphology aspects observed by SEM, a high cathodic 
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voltage (−1.5 V) implies more roughness due to the higher density of ZrO2 

agglomerates generated. In all cases, AFM phase images presented similar and 

small changes in phase angle, corresponding to a homogenous coating, where 

no more than one material is exposed on the metallic surface. 

 
Figure 3.3.11. AFM 2D phase images of: a) AA1100 Bare sample, after raw material 

degreasing; b) Zr-EAD at − 1.0 V/AA1100; c) Zr-EAD at − 1.5 V/AA1100; 
d) AA2024 bare sample, after raw material degreasing; e) Zr-EAD at 
− 1.0 V/AA2024; f) Zr-EAD at − 1.5 V/AA2024. 

3.3.4 Wettability 

The density of oxide clusters observed in Zr-EAD specimens, showed in 

Figure 3.3.8, influenced both the homogeneity and the wettability of the films. 

The Zr-oxide films assessed in this study were hydrophilic in nature, with WCAs 

below 90°, as can be seen in Figure 3.3.12. 

This can be easily explained by comparing the different pre-treatments and 

the chemical nature changes provoked by each one. Raw samples have similar 

WCA in both AA1100 and AA2024 surfaces because the metal-air interface was 

not altered from etching treatments and the influence of the alloying elements 

is insignificant. By contrary, superhydrophilic surface was observed when the 

aluminum was exposed to alkaline etching (Bare samples), with WCA of 15-18°.46 

In this case, the presence of Al2O3/AlOOH passivation layers, observed either 
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in AA1100 or in AA2024 samples (Figure 3.3.5), are the responsible for the 

great affinity of water molecules to this surface. Additionally, the etching of the 

surface with alkaline solution and the formation of oxide-hydroxide layers 

enhanced the roughness (Table 3.3.1) and it is another reason for their high 

wettability.47,48 

 
Figure 3.3.12. Wettability of a) AA1100 and b) AA2024 substrates before and after 

the application of the following treatments: Raw (metal plates cleaned with 
acetone); Bare (metal plates degreased with Saloclean 667N and grinded); DC 
(dip-coating method); and EAD (electro-assisted deposition at two different 
potentials). 

Moving to the zirconium oxide layers generated after conventional ZrCC 

(DC method) and comparing with Zr-EAD method, the most important 

changes were again observed in AA2024 samples (Figure 3.3.12b). The water 

affinity decreased, demonstrating that the chemical nature of this substrate plays 

an important role, causing the reduction of coating roughness and, 

consequently, the changes observed in the wettability properties. 

3.3.5 Mechanism of ZrO2 deposition in AA1100 and 

AA2024 surfaces 

In conventional zinc phosphate pre-treatment, the initial step is a pickling 

attack of the metal surface by free phosphoric acid and evolution of hydrogen 

gas in aqueous solution. The following steps are: the coating deposition (usually 

2-4 µm in thickness) and the generation of high amount of sludge. Thus, 

replacement of zinc phosphate pre-treatments by zirconium oxide coatings is 
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estimated to corroborate on both, the reduction of industry waste and reduction 

of piece weight by the deposition of an ultrathin metal oxide film (15-30 nm).49 

The chemical conversion coating of Zr oxide is strongly dependent on the 

consumption of protons50 and on the presence of intermetallic compounds51 

on the metal surface. It is generally accepted that the first process occurring 

during the conversion coating formation is the thinning and partial removal of 

the native aluminum oxide layer by the free fluorides in the conversion bath, 

generating aluminum fluorides (Equation 3.1), as represented in the upper part 

of both substrates at Figure 3.3.13. Then, the metal surface faces a localized 

shift on the pH towards alkaline values due to the water electrolysis, through 

the generation of oxygen and consuming of protons (Equation 3.2a-b). 

Afterwards, the precipitation of hydrated zirconium oxides takes place, 

according to the reaction shown in Equation (3.3). 

Alumina pickling:  

Al3+ (aq) + ZrF6 2− (aq) → AlF6 3− (aq) + Zr4+ (aq) (3.1) 

Water electrolysis:  

2 H+ (aq) + 2e− → H2 (g) (3.2a) 

H2O (l) → ½ O2 (g) + 2 H+ (aq) + 2e− (3.2b) 

Coating deposition:  

Zr4+ (aq) + 4 H2O (l) → ZrO2·2 H2O (s) + 4 H+ (aq) (3.3) 

Hydrogen evolution consumes one of the products of the fourth reaction 

(H+), that occurs in the cathode, therefore, this unbalances the reaction in the 

direction of products formation, enabling the production of more electro-

assisted deposited coating (autocatalytic effect). Control over the cathodic 

potential applied (−1.0 V instead of −1.5 V) regulates the hydrogen gas 
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generation, and thus, it can be reduced to avoid the obtaining of high porous 

films; which in turn is not possible with DC method. 

Those reactions are particularly favored in aluminum alloys where the 

intermetallic particles are cathodic relative to the aluminum matrix, as other 

authors have already observed for the application of tri-cationic phosphate pre-

treatments on AA2024 alloy.52,53 The abundance of such cathodic sites and the 

preferential deposition on their surroundings is depicted in Figure 3.3.13a. 

 
Figure 3.3.13. Illustration of the best conditions for Zr-EAD deposition on: a) 

AA2024 disks and b) AA1100 aluminum plates. From left to right: Bare 
substrates; application of −1.0 V of cathodic potential and 4 min of 
electrochemical reaction; Zr-EAD coated specimen. Arbitrary scale has been 

used for the visual representation of the reactions. 

It should be mentioned that the representation shown in Figure 3.3.13 is 

a simplification of the whole process and dissolution reactions of the native 

oxides and hydroxides were not shown. The key aspect regarding the role of 

the substrate is the presence of intermetallic particles on AA2024 surfaces 

(Figure 3.3.13a), which are absent in AA1100 (Figure 3.3.13b). The presence 

of intermetallics and other Cu-rich particles offers a faster deposition of ZrO2 
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molecules in AA2024 substrates; and it would be one of the reasons for 

obtaining thicker films in such samples, as explained above. In both substrates, 

the porosity of the native oxide/hydroxide Al molecules also helps Zr4+ 

migration to the inner interface layer. This effect is raised by the potential 

application, which did not occur with chemical conversion coating deposition. 

In summary, both EAD and DC techniques enable an uniform film 

deposition 18,54. It has been observed that, despite the ZrO2 coating formation 

is supposedly favored by the application of low cathodic potential in electro-

assisted method, the correct mechanism is probably a combination of both a 

chemisorption process and the electro-assisted one happening simultaneously. 

3.3.6 ZrO2 nanocoating stability in sodium chloride 

solution 

Finally, the ZrO2 nanocoatings, generated by DC and EAD methods, 

were evaluated by potentiodynamic polarization curves and EIS, after 30 

min of immersion in NaCl 0.05 M for Eocp stabilization (Figure 3.3.14). 

As can be seen, AA1100 exhibits a passivation behaviour corresponding 

to a contribution of a pseudo-stable interface layer in all substrates, with 

the exception of surfaces degreased with alkaline solution. This bare 

sample results in more active cathodic and anodic regions due to the 

growth of highly higroscopic and porous compounds, like AlOOH or 

Al(OH)3 hydroxide compositions (Figure 3.3.14a), as evidenced by XPS 

(section 3.3.2). The measured corrosion current densities (jcorr), corrosion 

potentials (Ecorr) and breakdown potentials (Eb) for the AA1100 curves 

are shown in Table 3.3.4. 

All samples, with the exception of the bare one, display more positive 

breakdown potentials (Eb) respect to Ecorr. Conversely, AA2024 surfaces 

show the behavior of active corrosion, even though both the cathodic and 

the anodic polarization current densities decrease with respect to pure Al 

surfaces (Figure 3.3.14b). The less negative Ecorr in open circuit potential, 

which is observed for AA2024 samples with ZrO2 nanocoating, and the 
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less oxigen reduction (cathodic curves) are benefitial for this substrate 

compared to AA1100/ZrO2. Altogether allow us to conclude that ZrO2 

layer is more compact on AA2024 than on AA1100, which is in 

accordance to the SEM and AFM results, as noted earlier. 

 

Figure 3.3.14. a-b) Polarization curves and c-d) Nyquist plots of AA1100 (a, c) and 
AA2024 (b, d) specimens after 30 min of immersion in aqueous NaCl 0.05 M 
electrolyte. 

Moreover, the AA2024 surface in bare samples (Figure 3.3.14b) 

probably has a positive barrier contribution of CuO, Cu2O and Cu(OH)2 

species, which are much more stable than Al hydroxides in similar 

potential and pH ranges (Pourbaix diagrams). However, the Ecorr is too 

low (−0.82 V) and close to the standard reduction potential of pure Al 

(−0.76 V). After DC and EAD ZrO2 depositions, the Ecorr moves to 

positive values and jcorr values are the lowest ones (10−7 A/cm2). 

Analyzing the DC and EAD methods for the ZrO2 conversion 

nanocoating deposition on AA1100 and AA2024 substrates, the Ecorr and 
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the jcorr are very similar for short exposition time. A detailed inspection of 

the effect of the the lowest cathodic potential (−1.5 V), in the coating 

generation compared to the highest potential (−1.0 V), proves that they 

also have similar electrochemical behaviour. Therefore, we conclude that 

the differences on the potential applied do not affect the barrier 

protection of the film, whereas it is mostly influenced by the substrate 

nature and the pre-treatments applied.  

Table 3.3.4. Corrosion potentials (Ecorr) and corrosion current densities (jcorr) 

measured by Tafel fitting of the experimental curves obtained after 

samples immersion in NaCl 0.05M for 30 min. 

Sample code 
Ecorr (V) 

(Value ± SD) 

jcorr (A/cm²) 

(Value ± SD) 

Eb (V) 

(Value ± SD) 

AA1100 Raw − 0.923 (± 0.200) 3.35E−6 (± 2.48E−6) − 0.495 (± 0,024) 

AA1100 Bare − 0.851 (± 0.055) 7.23E−7 (± 3.41E−7) - 

AA1100 DC − 0.997 (± 0.012) 2.91E−6 (± 4.17E−7) − 0.492 (± 0.017) 

AA1100 EAD − 1.0 V − 1.089 (± 0.031) 5.56E−6 (± 2.11E−6) − 0.461 (± 0.017) 

AA1100 EAD − 1.5 V − 0.995 (± 0.009) 2.59E−6 (± 2.11E−7) − 0.457 (± 0.074) 

AA2024 Raw − 0.576 (± 0.045) 4.52E−7 (± 2.59E−7) - 

AA2024 Bare − 0.802 (± 0.268) 1.57E−6 (± 9.21E−7) - 

AA2024 DC − 0.517 (± 0.033) 8.13E−7 (± 2.94E−7) - 

AA2024 EAD − 1.0 V − 0.575 (± 0.145) 9.77E−7 (± 7.39E−7) - 

AA2024 EAD − 1.5 V − 0.518 (± 0.042) 7.68E−7 (± 4.00E−7) - 

 

The corrosion resistance on Al substrates is better evaluated by 

measurements of polarization resistances (Rp) by EIS analysis, and these 

measurements are shown in Table 3.3.5. 

The higher the polarization resistance (i.e., the larger the Nyquist plot 

diameter, Figure 3.3.14c-d), the greater the barrier effect of the coating. 

The highest Rp values were found for substrates covered with the ZrO2 

nanocoating. Table 3.3.5 indicates that the data for such samples were one 
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order of magnitude higher than for Raw and Bare samples, for both 

AA1100 and AA2024 aluminium alloys. The resistance behaviour of ZrO2 

generated by DC and EAD methods was similar on AA1100 plates 

(Figure 3.3.14c), whereas on AA2024 the first denoted the beginning of a 

second time constant, probably associated to a electrolyte diffusion at low 

frequencies (Figure 3.3.14d). 

Table 3.3.5. Electrochemical impedance parameters for all samples, after 

immersion in NaCl 0.5M for 30 min.a) 

Sample code 
Rs 

(Ω·cm²) 

Rp 

(Ω·cm²) 

CPEdl 

(F·cm−2·sn−1) 
nCPE 

AA1100 Raw 349.3 6.2 x 103 3.7 x 10−5 0.695 

AA1100 Bare 348.6 9.9 x 103 1.9 x 10−5 0.798 

AA1100 DC 220.4 7.0 x 104 2.1 x 10−5 0.792 

AA1100 EAD − 1.0 V 288.1 4.0 x 104 2.4 x 10−5 0.779 

AA1100 EAD − 1.5 V 235.3 5.4 x 104 2.9 x 10−5 0.781 

AA2024 Raw 388.8 5.6 x 103 3.9 x 10−5 0.896 

AA2024 Bare 363.0 2.3 x 103 5.7 x 10−5 0.868 

AA2024 DC 383.2 2.9 x 104 1.4 x 10−5 0.855 

AA2024 EAD − 1.0 V 394.5 2.7 x 104 2.7 x 10−5 0.890 

AA2024 EAD − 1.5 V 408.8 5.3 x 104 1.8 x 10−5 0.851 

Note: a) The data were fitted using an electrical equivalent circuit (EEC) 

composed by one time constant Rs(RpCPEdl), where Rs represents the ohmic resistance 

between the working and the reference electrodes, Rp is the polarization resistance 

and CPEdl corresponds to the constant phase element of the double-layer capacitance. 

The capacitance of the double layer, measured as a constant phase 

element (CPE), was invariable. This is generally attributed to the surface 

reactivity, surface heterogeneity, and surface roughness regarding to 

current and potential distribution. Therefore, the Al-rich interface 

established in Figure 3.3.3e proves to be thin and homogenous in all 

samples. 
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The presence of low content of copper is known to be beneficial for 

the formation of Zr-based conversion coatings on aluminium alloys due 

to the difference of potential observed between the aluminium matrix and 

the Cu-rich intermetallic boundaries.24,35,55,56 Polarization results after DC 

and EAD ZrO2 conversion pre-treatments in pure copper plates are 

presented in Figure 3.3.15. As can be seen, aparently none passivation 

layers were obtained in any of the treatments applied (Figure 3.3.15b). It 

proves that the effect of Cu elements in AA2024 surfaces is due to its 

cathodic nature respect to the Al main matrix. 

 

Figure 3.3.15. Electrochemical and visual inspection of the tested pure copper: a) 
photographs of the analyzed areas after polarization assays, and b) 
potentiodynamic polarization curves in NaCl 0.05 M electrolyte (0.5 h). 

These observations reinforce the understanding that the utilization 

of DC and EAD techniques in H2ZrF6 aqueous solution enables the 

deposition of the zirconium conversion coating in specific substrates, like 

those showed in this study for AA1100, AA2024 and ITO, whereas are 

b)

a) Cu Bare Cu DC Cu EAD -1.0 V
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prevented in others, like pure copper. Moreover, the electrochemical 

results evidence that such nanometric coatings do not represent a real 

protection barrier but rather a intermediate layer for further multilayer 

coatings depositions.26 

 Conclusions 

In this work, the control over the zirconium conversion nanocoating 

deposition on aluminum substrates was successfully achieved by the application 

of chemisorption (DC) and electro-assisted deposition (EAD technique). The 

novelty of the research relies on the absence of any co-additive in the 

hexafluorozirconic acid aqueous solution, which represents a great advantage 

with respect to other bath solutions previously investigated.  

The ZrO2 nanocoating generated by EAD or DC methods completely 

covers both the aluminum matrix and the intermetallic particles. One of the 

advantages of the electro-assisted method is the adequate control over the 

deposition parameters. The presence of copper alloying elements on AA2024 

surface has also been proved to play an important role, favoring the ZrO2 

deposition in this aluminum alloy and showing that the EAD method occurs 

simultaneously with the adsorption chemical conversion reactions. 

Furthermore, the deposition of the Zr conversion coating on conductive 

ITO substrates can be obtained exclusively by EAD, proving that it has 

potential application to be explored in other conductive substrates for which 

the conventional DC method is prevented. 

Therefore, the results obtained in this study drive forces towards the use 

of ZrO2 nanocoating as an electrochemically stable layer for future primer 

deposition in similar multicoated systems, like that employed with phosphate 

processes at industry. 
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4 Aluminum protection by using green 

zirconium oxide layer and organic coating: 

An efficient and adherent dual system  
 

SUMMARY 

In this chapter, the use of ZrO2 nanocoating in aluminum substrates, 

generated by controlled electrochemical chronoamperometry in 

hexafluorozirconic acid solutions, resulted in less porous films than that 

obtained by chemical conversion coating. After the application of an epoxy 

coating, long-term cyclic immersion corrosion tests and scratch tests proved the 

superior protection of the dual system and the coating lifespan, thanks to the 

enhanced adhesion of ZrO2 intermediate layer and the organic coating. As 

zirconium-based electrolytes are considered more friendly baths if compared 

to that of other conversion coating processes, like chromating, phosphating or 

anodizing processes, this study opens new insights to the protection of 

structural metals in sectors such as automotive, naval and aerospace industries. 

The main advantages are the employment of lightweight intermediate pre-

treatment (nanoscale), compared to conventional ones (microscale), and 

reduction of waste slurry (electrolyte bath free of additives). 
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 Introduction 

The painting processes start with careful cleaning and pre-treatment of the 

substrate. Currently, in the technology for body car painting, common pre-

treatment involves phosphating process, where the body-in-white of the vehicle is 

cleaned and coated with phosphate solution. The most important function of 

phosphate conversion coating is the adhesion promotion between galvanized body 

car structure and the cathodic electrodeposition primer (commonly known by 

KTL coating). Tricationic phosphating renders a basic level of corrosion 

protection and, usually, the thickness of the conversion coating is optimized by 

adding oxidants like molybdate, chlorate, organic nitro compounds, among other 

accelerators, in the phosphate bath.1 Altogether result in an increase of sludge with 

hazardous contaminants for water effluents and elevated costs for waste recovery.2 

By other hand, since the implementation of REACH regulation in 2006,3 

chromate-based coating processes have been eliminated as chemical passivation 

pretreatment in galvanized structures due to their technically proven hazardous to 

human health and environment.4 Fortunately, non-phosphated zirconium-based 

conversion coatings are emerging as a green alternative to this conventional 

technology and are being considered less aggressive to the environment if 

compared to chromate conversion coatings and phosphating processes.5–7  

Nowadays, zirconium-based chemical conversion coatings (ZrCC) are the 

most studied pre-treatment for metal surface.8–10 A ZrCC layer is usually formed 

by dip-coating of the metal substrates in aqueous hexafluorozirconic acid-based 

conversion solution (H2ZrF6).6 The resulting films are typically very thin (< 100 

nm)11–14 and their composition depends on the solubility and transport of ions in 

the bath solution (bath agitation),6 bath additives and pH, with zirconium oxides 

and hydroxides being the main components of the passivation layer. For instance, 

Zoppas and co-workers15 tested the efficacy of ZrCC obtained by dip-coating 

deposition (DC), as a sealing agent for aluminum anodized substrates. The samples 

treated with H2ZrF6 showed higher corrosion resistance compared to the unsealed 

aluminum samples. They also applied the same strategy to galvanized steel 

substrates, proving that the ZrCC deposition is highly dependent on the solution 
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pH and on the reaction time.16 Such pre-treatments have demonstrated to improve 

both the corrosion resistance and the adhesion of top coats and adhesives.9,10,17–20 

There are several metals that were approached, such as carbon and galvanized 

steel,21–23 zinc,24 magnesium25 and aluminum surfaces.13,26,27 All of them of utmost 

importance for the automotive and aircraft industry that strongly uses pre-

treatment processes prior to structure protection by organic coatings. 

Although good results are obtained with the dip-coating method of ZrCC, 

the zirconium electro-assisted deposition (Zr-EAD) technique has come into force 

thanks to the excellent control over the film homogeneity and compactness.28 This 

procedure consists of promoting water electrolysis in the conversion bath, thus 

the cathodic half-reaction in acidic medium is the proton reduction reaction, 

leading to a pH shift on the cathode surface towards alkaline values.29–35 In fact, 

the Zr-EAD deposition takes place simultaneously with the chemical conversion 

process driven by ions diffusion, as expressed in the previous thesis chapter. The 

films are usually amorphous, which is in agreement with previous reports of similar 

conversion coatings produced at room temperature,31,32 and provide corrosion 

protection by increasing the breakdown potential of the passive layer. 

This work investigates the corrosion protection properties of ZrO2 

nanocoating, electrochemically (Zr-EAD) and dip-coated (Zr-DC) deposited, on 

two types of aluminium substrates (pure and copper rich alloy), in order to 

understand the influence of the metal alloying elements in the ZrO2 layer. 

Furthermore, the final applicability of such electro-assisted and chemically 

adsorbed zirconium oxide layer is act as an intermediate layer for long-term metal 

protection. Thus, an anticorrosive coating was also applied on the inorganic ZrCC 

layer and was investigated with cyclic accelerated corrosion test, by using NaCl 

3.5 wt. % aqueous solution as corrosive medium; and with scratch hardness 

measurements for adhesion assessment. 
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 Materials and methods 

4.2.1 Materials 

Hexafluorozirconic acid hydrated (H2ZrF6, 50 % wt. in water) was supplied 

by Sigma-Aldrich Co. (Madrid, Spain); sodium hydroxide (pellets) was purchased 

from Panreac S.A. (Castellar del Vallès, Spain) and alkaline degreaser Saloclean 

667N was kindly supplied by Klintex Insumos Industriais Ltda. (Cachoeirinha, 

Brazil). AA1100 and AA2024 plates (5.0  1.4  0.3 cm3) were used as substrates 

for Zr-DC and Zr-EAD formation in the morphological and electrochemical 

studies; whereas AA1100 plates (5.0  1.4  0.3 cm3), and AA2024 disks (3.5 cm 

of diameter and 4 mm of thickness) were used in the accelerated corrosion tests, 

in order to have a large area of analysis. The composition analysis of aluminum 

substrates is provided. AA1100 is a commercially pure Al class (in wt. %): Cu 

(0.34); Fe (0.42); Si (0.19); Mn (<0.01); Ti (<0.02); Zn (<0.01) and balanced Al. 

The chemical composition was provided by the supplier (Irmãos Galeazi Ltda., 

Brazil). The AA2024-T3 is the structural reinforced Cu-rich grade with 

metallurgical temper code T3, which is referred to solution heat treated, cold 

worked and naturally aged. The AA2024 panel has chemical composition of (in 

wt. %): Cu (4.63); Mg (1.66); Mn (0.55); Fe (0.36); Si (0.31); and balanced to Al. 

The compositional analysis for this alloy was determined by ICP-AES 

(spectrometer SPECTROMAXx). Hempadur Primer 15304 (Codes: 15308 and 

95040, for epoxy base and curing agent, respectively), commercialized by Hempel 

S.A. (Polinyà, Spain), was used as anticorrosive organic coating. 

4.2.2 Preparation of aluminum substrates for the chemical and 

electrochemical deposition of ZrO2 

Prior the zirconium oxide deposition, the substrates were ground with silicon 

carbide paper from #600, down to grade #2500, to ensure similar roughness. 

Reproducible cleaned substrates were obtained by cleaning the surface, by one 

side, (i) in organic solvents and, by other, (ii) using chemical etching. The first 

consisted of dipping the samples in a vessel with isopropanol, followed by ethanol 

and, at last, acetone, at room temperature, with 5 min of time in each solvent, and 
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using an ultrasound bath. This procedure provides a mild cleaning, aiming for the 

preservation of the naturally formed aluminum oxide layer (hereafter coded as 

“Raw”). In the second method, the samples were thoroughly washed with water 

and acetone, and immersed in Saloclean 667N degreasing agent (pH 9.4, 70 g/L, 

70 °C) for 5 min, washed with distilled water in a sonication bath for 5 min, dried 

under a hot air stream, and stored under vacuum before use (hereafter coded as 

“Bare”). The cleaning procedure can be visualized in the Figure 4.2.1a. 

 

Figure 4.2.1. Flow chart for the whole processes in the preparation of the ZrO2 
nanocoating: a) substrate polishing and cleaning steps; b) dip-coating of aluminum 
substrates in H2ZrF6 aqueous solution; and c) EAD in H2ZrF6 electrolyte, by using 
Al plates or discs as substrates. 

4.2.3 Zirconium chemical conversion coating deposition (Zr-

DC) 

The conversion bath consists of H2ZrF6 aqueous solution with 100 mg of 

Zr/L (0.015% v/v) in water. The pH was adjusted to 3.5 with a solution of NaOH 

1M. In order to produce the ZrCC samples (hereafter coded as “DC”, 

corresponding to dip-coating process), panels were immersed in the conversion 

solution for 4 min, followed by water rinsing and hot air stream drying before 

curing step for 2 h at 100 °C in a vacuum oven (Figure 4.2.1b). 

4.2.4 Zirconium electro-assisted deposition (Zr-EAD) 

The Zr-EAD samples were obtained by potentiostatic electrochemical 

method, using the same bath described before as an electrolyte. The experiments 

were carried out in an Autolab PGSTAT302N potentiostat-galvanostat (Metrohm, 

Herisau, Switzerland), by using three electrodes cell, where the substrate is the 

working electrode with a Ag|AgCl reference electrode (3M of KCl) and graphite 
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counter electrode. The electrolyte used in the cell is the same as used for the 

conversion solution. The samples were stabilized in open circuit potential (OCP) 

for short time (30 s) and subjected to the desired potential (− 1.0 V relative to the 

measured OCP) during 4 min. According to this procedure, the samples generated 

were named as “EAD”. Samples coated by EAD method were further post-treated 

for 2 h at 100 °C, in a vacuum oven, to achieve a good compactness of oxide layer 

and reduction of defects (Figure 4.2.1c), i.e., the same post-treatment operated 

with DC samples (Section 4.2.3). The film topography and the cross-section 

thicknesses were measured by scanning electron microscopy (SEM), with a Focus 

Ion Beam (FIB) Zeiss Neon 40 instrument (Carl Zeiss, Oberkochen, Germany). 

The samples were previously coated with a sputtered carbon layer and received a 

thin protective layer of platinum (gas injection) before surface cutting. An electron 

beam of 5 kV was applied for cutting the cross-sections and the thickness of each 

sample was evaluated after 50 measurements, using high magnification images. 

4.2.5 Electrochemical characterization of ZrCC samples 

The experiments were performed in an Autolab PGSTAT302N potentiostat-

galvanostat (Metrohm, Herisau, Switzerland) equipment. The electrochemical cell 

consisted of three electrodes, having the sample set as the working electrode, a 

platinum wire as counter electrode and a Ag|AgCl (KCl, 3M) as reference 

electrode. The tested area was 0.785 cm² and the electrolyte used in both 

potentiodynamic polarization and electrochemical impedance spectroscopy (EIS) 

tests was a NaCl aqueous solution (0.05 M). The curves were registered after 30 

min of open circuit potential (OCP) stabilization. 

In the potentiodynamic study (polarization tests), the potential sweep ranged 

from − 0.3 VOCP to + 1.0 VOCP with a scan rate of 1 mV/s. The run times for each 

experiment were: 24 h (1 day), 48 h (2 days), 96 h (5 days) and 168 h (7 days). 

EIS experiments were also performed to evaluate the stability of the ZrO2 

nanocoating as a function of time exposure to the electrolyte solution. The 

amplitude of the EIS perturbation signal was 10 mV/peak, the frequency ranged 

from 105 to 10−1 Hz taking measurements of 10 frequencies per decade. The same 

run times as that used in the polarization tests were used. The Randles circuit 
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[Rs·(Rp·CPEdl)] was applied to calculate the electrochemical parameters expressed 

in the Results and Discussion section (Section 4.3). 

The coating porosity (P), after the metal bare pre-treatment with alkaline 

degreasing solution and after the formation of zirconium oxide coating, was 

evaluated following the procedure described by previous authors (Equation 

4.1):2,36,37 

10010
R

R
P

)/E(

p

'

p acorr 


 

(4.1) 

Where Rp
’ and Rp are the polarization resistance of Raw and coated substrates, 

respectively; Ecorr is the corrosion potential difference between the Raw substrate 

and the coated substrates and a is the anodic Tafel coefficient of bare substrate 

obtained in the potentiodynamic anodic polarization study. Polarization resistance 

was calculated from parameters obtained with the Tafel extrapolation method, 

using Nova 2.1 software. Those parameters were taken after 24 h of immersion in 

NaCl 0.05 M, to ensure the OCP stabilization of aluminum substrates. 

4.2.6 Organic coating deposition, accelerated corrosion tests and 

scratch resistance 

The primer used as a second coating layer for the protection of AA1100 and 

AA2024 surfaces is a commercial polyamide cured anticorrosive epoxy primer of 

two-components, containing zinc phosphate as a corrosion inhibiting pigment. 

This primer is characterized by a high performance in protection against corrosion 

and the dry film paint has good mechanical properties. Therefore, the aim of this 

study is to verify the adherence properties of the samples electrochemically treated, 

i.e., with the ZrO2 nanocoating generated by EAD method, compared to the 

degreased samples (Bare), under a long period of exposition in a corrosive 

medium. 

The resin-hardener ratio (v/v) (Hempadur 15308 and curing agent 95040) 

used was 4/1, according to the manufacturer recommendations (Pinturas Hempel 

S.A., Polinyà, Spain). The mixture was prepared in a polyethylene reservoir at room 

temperature (25 °C) by stirring it for about 15 min. The specimens, properly 
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treated (Section 4.2.2 and Section 4.2.4), were manually painted using a paint 

roller. Afterwards, all the painted specimens were allowed to cure for 7 days at 

room temperature in a fume hood. The edges and holes were additionally 

protected with impermeable polyester tapes (Polyester tape 8992, 3M Company, 

Madrid, Spain) to avoid corrosion. Once the paint was completely dried, thickness 

was measured by using Mega-Check Pocket (Neurtek S.A) meter. It was previously 

calibrated to non-ferrous basis by using the supplied gauges. The final dry film 

thickness (DFT) was 135 ± 27 µm. One single paint layer was applied in order to 

ensure reproducibility in the scratch hardness measurements. 

Accelerated corrosion studies were carried out with both painted and non-

painted samples. The test was performed using a patented equipment for cyclic 

test, developed at our laboratory.38–40 The corrosion medium was an aqueous 

solution of NaCl (3.5 wt. %, pH = 6.6) stored in a glass container at room 

temperature. The operating cyclic conditions are described in previous works.41,42 

Before testing, the samples were scribed and photographed with a digital camera. 

The total exposure time was 90 days for the painted specimens and 3 days (72 h) 

for the non-painted ones. ASTM D1654 standard was employed to evaluate the 

scribed area on painted specimens and optical microscopy was used to observe the 

epoxy coating delamination from the specimen cross-section sides. 

For the non-painted samples, a computational image analysis technique was 

used for quantifying the corroded areas during the test.43 This analysis was carried 

out, with three repetitions, only with AA2024 substrates with Bare, DC and EAD 

treatments in order to have a direct comparison of the protection provided by 

such pretreatments. In the appendix A, the author’s published work43 was included 

for the thesis committee consultancy. 

The scratch tests were carried out with a CSM Revetest Scratch Tester (Anton 

Paar GmbH) with a Rockwell C tip of 200 μm radius. The measurement was 

performed with samples used in the abovementioned cyclic immersion test in 

order to evaluate coating adhesion and scratch resistance over time. The length of 

the scratch was 4 mm and the applied load was linearly incremented up to a force 
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of 80 N. After the test, the specimens were visually inspected by optical 

microscopy (Dino-Lite AM3113T microscope, AnMo Electronics Corporation). 

 Results and discussion 

4.3.1 The stability of ZrO2 nanocoating comparing the DC and 

EAD deposition methods 

It has been observed in a previous work that the potential applied for ZrO2 

electro-assisted deposition influences the dry film thickness of the passivation 

layer, i.e., more negative potentials result in thicker films, whereas long deposition 

times are detrimental for good barrier layer formation.28,34 Moreover, it has been 

observed that the film growth is fast in the first ten minutes of deposition, as 

recently pointed out by Milosev and co-workers for several types of Al alloys.17 

Unfortunately, for longer periods, pores and defects usually appear on the film, 

hindering the oxide barrier protection properties. Based on such previous 

evidences, the ZrO2 coatings were obtained after cathodic deposition at negative 

potential (− 1.0 V) and after a constant electrodeposition time of 4 min. The 

coating thickness was measured by cross-section scanning electron microscopy 

images and varied depending on the substrate (31.1  8.2 nm and 18.7  4.0 nm, 

for AA1100 and AA2024, respectively). Figure 4.3.1 contains topography SEM 

images of the studied coatings and their cross-sections. 

Those differences in the ZrO2 coating thicknesses are associated to the 

presence of thick and stable Al2O3 and Al(OH)3 passivation layers in AA1100 

grade after treatment with alkaline solutions (dissolution of Al(OH)4
−) and 

neutralization.44 In AA2024 surfaces, the alkaline etching of Al surface prevents 

such thick structures in a certain way, due to the oxide/hydroxide enrichment with 

Cu compounds (dealloying process) in presence of basic solutions.45,46 The 

detection of Al2O3/AlOOH and Cu2O and Cu(OH)2 compounds in AA1100 and 

AA2024, respectively, was already proved by XPS analysis in our previous study 

(Chapter 3).28 

Comparing EAD controlled ZrO2 film formation with the classical chemical 

conversion coating method, the coating thickness on the latter is only dependent 
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on ions diffusion. Therefore, it was slightly lower than that obtained from EAD 

method (24.9  6.7 nm and 14.5  4.1 nm, for AA1100 and AA2024, respectively). 

Additionally, topography SEM images evidenced that Zr-EAD process is able to 

cover the whole substrates with less apparent defects and less visible polishing 

marks than Zr-DC. 

 

 

Figure 4.3.1. Topography SEM images of: a) AA1100/Zr-DC coating; b) AA1100/Zr-
EAD coating; c) AA2024/Zr-DC coating; and d) AA2024/Zr-EAD coating. The 
insets on b) and d) images represent the cross-cut of those sample surfaces (by 
focused ion beam), used for the thicknesses measurements. 

 

From polarization curves of AA1100 substrates with progressive immersion 

time it is possible to note a pseudo-passivation region in the potential range of  

− 1.0 V to 0 V (Figure 4.3.2a), with the exception of Bare sample (Figure 4.3.2b). 

In pure aluminum alloy, due to the absence of noble intermetallic particles, there 

is a lack of local galvanic couples and it shows an enhanced passivity,17 which may 

be the reason for the more protective character of the non-coated specimens 

(Raw) observed in this alloy. Data obtained from the polarization curves shown in 

Figure 4.3.2 using the Tafel extrapolation method are presented in Table 4.3.1. 
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Figure 4.3.2. Polarization curves obtained for AA1100 specimens, throughout 168 h  

(7 days) of exposure in 0.05 M of NaCl solution, comparing the two methods 
used for the ZrO2 metal deposition: a) Raw, b) Bare, c) Zr-DC method, and d) 
EAD method. 

Although the corrosion potentials shift to high values in only 24 h, after 48 h 

of immersion, the pseudo-passivation layer found for Zr-EAD (Figure 4.3.2d) 

has higher breakdown potential (Eb) than that obtained for either Raw or DC 

samples (Figure 4.3.2a, Figure 4.3.2c, respectively, and Table 4.3.1), showing 

better stability of the zirconium nanocoating promoted by the EAD method if 

compared to the untreated metal and chemical conversion treatment. After 96 h 

and 168 h such stability has been decreased, proving the poor barrier protection 

of ZrO2 nanocoatings, generated by either DC or EAD methods. The Eb is 

supposed to be related to the penetration of chlorine ions across the ZrO2 

nanolayer, causing the displacement of the breakdown potential to more negative 

values. It is more evident on Bare plates, in which the interfacial porous and 

hygroscopic structure of Al/Al(OH)3 layer plays a detrimental barrier effect if 

compared to Raw, Zr-DC and Zr-EAD samples. 
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Table 4.3.1. Measured values of corrosion current density (jcorr), corrosion 

potential (Ecorr) and breakdown potential (Eb) of AA1100 samples, 

during polarization tests with increased exposure time in 0.05 M NaCl 

solution. 

Sample Exposure time (h) jcorr (A/cm²) Ecorr (V) Eb (V) 

AA1100 Raw 

0.5 3.35 × 10−6 − 0.923 − 0.495 

24 3.62 × 10−7 − 0.564 − 0.283 

48 2.73 × 10−7 − 0.665 − 0.380 

96 4.54 × 10−7 − 0.898 − 0.353 

168 8.27 × 10−7 − 0.691 − 0.397 

AA1100 Bare 

0.5 7.23 × 10−7 − 0.851 - 

24 4.34 × 10−7 − 0.585 - 

48 2.23 × 10−7 − 0.598 − 0.152 

96 6.77 × 10−7 − 1.039 − 0.084 

168 1.68 × 10−7 − 0.862 - 

AA1100 DC 

0.5 2.91 × 10−6 − 0.997 − 0.492 

24 3.53 × 10−7 − 0.509 - 

48 1.59 × 10−7 − 0.544 − 0.156 

96 2.13 × 10−7 − 0.668 − 0.353 

168 9.08 × 10−8 − 0.484 - 

AA1100 EAD 

0.5 5.56 × 10−6 − 1.089 − 0.461 

24 1.58 × 10−7 − 0.456 - 

48 1.80 × 10−7 − 0.557 +0.080 

96 1.77 × 10−7 − 0.793 − 0.175 

168 1.50 × 10−7 − 0.573 − 0.201 

Note: All data were obtained by Tafel extrapolation, using Nova 2.1 software. 

 

Showing the effect of the surface treatment on another substrate, Figure 

4.3.3 contains the polarization curves observed with AA2024 metal in the same 

conditions as those of the AA1100 samples. The Tafel extrapolation data obtained 

from such analysis are shown in Table 4.3.2. 

As opposed to the observed in AA1100 specimens, AA2024 substrates do 

not present any pseudo-passive behavior (Figures 4.3.3a, c, d), with exception of 

Bare sample at the initial immersion time (0.5 h, Figure 4.3.3b). Therefore, in this 

sample, the oxide/hydroxide Al layer is highly unstable and the anodic current 

increases sharply in only 24 h of sample exposition. From Figure 4.3.3d and 

Table 4.3.2, it is evident that AA2024 Zr-EAD specimens show lower anodic 

current density (jcorr), after 24 h of electrolyte immersion, if compared to the other 
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specimens. This probably happens due to the better covering of intermetallic 

particles (Al2CuMg, Cu3Mn2Al and Al6(Cu,Fe,Mn), such as that reported by 

Birbilis et al.47), caused by the ZrO2 compact nanolayer, generated by controlled 

voltage application. The Cu-rich Al alloy is highly corrosion prone in Cl− ion 

environment due to the presence of such compounds.48 Fortunately, after 48 h of 

immersion time, the system stabilizes and jcorr of Zr-EAD/AA2024 disc shifts to 

more negative values compared to Raw plates. 

The jcorr values enhanced gradually with immersion time for all the other 

samples, including Zr-DC. After 96 h of immersion, the anodic current density 

obtained for Zr-EAD on AA2024 plates is approximately one third part of the 

one observed for DC. Therefore, we can conclude that the electrodeposition 

method produces films with better barrier properties over time.  

 
Figure 4.3.3. Polarization curves obtained for AA2024 specimens, throughout 168 h (7 

days) of exposure in 0.05 M of NaCl solution, comparing the two methods used 
for the ZrO2 metal deposition: a) Raw, b) Bare, c) Zr-DC method, and d) EAD 
method. 
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Table 4.3.2. Measured values of corrosion current density (jcorr) and corrosion 

potential (Ecorr) of AA2024 samples, during polarization tests with 

increased exposure time in 0.05 M NaCl solution. 

Sample Exposure Time (h) jcorr (A/cm²) Ecorr (V) 

AA2024 Raw 

0.5 4.52 × 10−7 − 0.576 

24 1.83 × 10−6 − 0.462 

48 1.10 × 10−6 − 0.525 

96 3.36 × 10−6 − 0.613 

168 5.12 × 10−6 − 0.541 

AA2024 Bare 

0.5 1.57 × 10−6 − 0.802 1 

24 1.37 × 10−6 − 0.485 

48 5.93 × 10−7 − 0.623 

96 2.15 × 10−6 − 0.589 

168 3.98 × 10−6 − 0.575 

AA2024 DC 

0.5 8.13 × 10−7 − 0.517 

24 1.33 × 10−6 − 0.462 

48 2.17 × 10−6 − 0.468 

96 2.31 × 10−6 − 0.520 

168 3.89 × 10−6 − 0.491 

AA2024 EAD 

0.5 9.77 × 10−7 − 0.575 

24 7.53 × 10−7 − 0.463 

48 2.21 × 10−6 − 0.458 

96 7.82 × 10−7 − 0.692 

168 1.74 × 10−6 − 0.647 

Notes: 1 The breakdown potential (Eb) found for this sample was − 0.485 V. All data 

were obtained by Tafel extrapolation, using Nova 2.1 software. 

 

In Figure 4.3.4 the evolution of jcorr and Ecorr with time is presented for 

comparison of the pre-treatments effects on both AA1100 and AA2024 

substrates. 
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Figure 4.3.4. Corrosion current densities (jcorr) measured on: a) AA1100 and b) AA2024 
substrates; and corrosion potentials (Ecorr) measured on: c) AA1100 and  
d) AA2024 treated specimens. The values correspond to the Tafel extrapolation 
of the polarization curves (Table 4.3.2) obtained during the exposure of the 

analyzed samples to a NaCl 0.05M electrolyte, throughout 168 h (7 days). 

 

4.3.2 Porosity and barrier properties of Zr-EAD and Zr-DC 

coatings evaluated by potentiodynamic polarization 

curves and EIS analysis 

Different methods can be used to approach the coatings’ porosity. One of 

them is the polarization resistance, in which the porosity of a passivation layer is 

calculated from the electrical resistance of the substrate without and with the coat, 

according to the area in contact with the electrolyte, then the solution reaches the 

substrate through the open porosity across the coating. For the coating porosity 

analysis, the untreated and treated aluminum surfaces were compared using the 

polarization resistance data obtained from Tafel extrapolation for samples 

immersed during 24 h in NaCl solution (Equation 1). The porosity values 

evidence that ZrO2, generated by electrochemical method, are more compact  

(32.6 % and 38.6 %, for AA1100 and AA2024, respectively) than that obtained by 
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adsorption chemical deposition (60.4 % and 58.6 %, for AA1100 and AA2024, 

respectively). These values being almost twice the porosity of Zr-EAD coatings. 

Another observation is that the metal composition does not affect the porosity of 

the ZrO2 nanofilms. On the contrary, aluminum oxides and hydroxides formed 

after substrates degreasing in alkaline mixture (Bare) are highly porous (86.9 %) in 

AA1100 if compared to AA2024 (41.5 %). It is supported by the previous 

explanation about such oxides/hydroxides stability differences on both surfaces, 

mentioned in the Section 4.3.1. 

After polarization studies, EIS measurements were performed to evaluate the 

Zr oxide-based coating barrier resistance, generated by DC and EAD techniques; 

comparing to the Raw and Bare samples.  

The Nyquist plots are mainly represented by a single time constant behavior 

corresponding to the electrical equivalent circuit (EEC) of Rs(RpCPEdl), where Rs 

represents the ohmic resistance of electrolyte solution, Rp is the polarization 

resistance of the interface coating, and CPEdl corresponds to the double-layer 

constant phase element of a non-ideal capacitor, when the phase angle is different 

from − 90°. With increasing immersion time, a second constant phase element can 

appear due to the production of corrosion or other passivating layers under the 

film. 

This approach was first carried out without the epoxy coating bilayer system. 

The Nyquist and Bode plots were evaluated after 24, 48, 96 and 168 h of samples 

immersion in the aggressive medium. These results are enclosed in Figures 4.3.6 

and 4.3.7. 
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Table 4.3.3. EIS data obtained for AA1100 substrates, after immersion in NaCl 

solution, from 0.5 h to 168 h of exposure time. 

Sample Code 
Exposure Time 

(h) 

Rs 

(Ω cm²) 

Rp 

(Ω cm²) 

CPEdl 

(F cm−2 sn−1) 
nCPE 

AA1100 Raw 

0.5 349 6.2 × 103 3.7 × 10−5 0.695 

24 346 7.3 × 104 2.2 × 10−5 0.774 

48 353 20.6 × 104 7.7 × 10−6 0.786 

96 354 21.8 × 104 7.3 × 10−6 0.802 

168 331 15.1 × 104 1.1 × 10−5 0.805 

AA1100 Bare 

0.5 349 9.9 × 103 1.9 × 10−5 0.798 

24 331 7.6 × 104 2.1 × 10−5 0.821 

48 353 17. 3 × 104 9.2 × 10−6 0.826 

96 324 10.9 × 104 1.5 × 10−5 0.844 

168 356 7.7 × 104 2.1 × 10−5 0.855 

AA1100 DC 

0.5 220 7.0 × 104 2.1 × 10−5 0.792 

24 317 18.0 × 104 8.8 × 10−6 0.816 

48 342 22.6 × 104 7.0 × 10−6 0.804 

96 338 15.1 × 104 1.1 × 10−5 0.817 

168 335 18.9 × 104 8.4 × 10−6 0.821 

AA1100 EAD 

0.5 288 4.0 × 104 2.4 × 10−5 0.779 

24 317 9.3 × 104 1.7 × 10−5 0.790 

48 318 14.9 × 104 1.1 × 10−5 0.785 

96 346 8.3 × 104 1.9 × 10−5 0.847 

168 338 6.7 × 104 1.9 × 10−5 0.851 

 

A comparison between the polarization resistance (Rp) values of all samples, 

obtained from EIS experiments, is displayed in Figure 4.3.5. As can be seen in 

Figure 4.3.5, the polarization resistance (Rp), which is associated to the porous 

oxide interface between the metal substrate and the electrolyte solution as well as 

to the charge transfer resistance of the coating, has opposite trend in pure Al and 

Cu-rich surfaces. The Rp gradually raises until 48 h (Figure 4.3.5a) indicating a 

passivation ability in AA1100. However, this effect is not stable over time and the 

observed fluctuations after this time demonstrate the instability of the oxide 

coatings (Al2O3/AlOOH and ZrO2, in Raw/Bare and DC/EAD samples, 

respectively). On the other hand, the trend observed for Rp of AA2024 surfaces 

(Figure 4.3.5b), shows that the Zr-EAD coating loses its barrier protection more 

gradually than Zr-DC sample, which rapidly achieves a plateau of low resistance 

value in only 24 h. The slowest decay of Rp in Zr-EAD layer on AA2024 can be 

explained due to the presence of less defects if compared to the chemical 
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conversion coating induced by ions diffusion in Zr-DC method. The 

comparatively higher values of Rp found in DC and EAD conversion coatings 

with respect to Raw and Bare samples in AA2024 at initial time (0.5 h, Table 4.3.4) 

is due to the well-covered intermetallic sites enriched in copper alloying 

composition, which favors the preferential nucleation of zirconium compounds, 

as stated previously in several works.6,14,48 

 

Table 4.3.4. EIS data obtained for AA2024 substrates, after immersion in NaCl 

solution, from 0.5 h to 168 h of exposure time. 

Sample Code 
Exposure Time 

(h) 

Rs 

(Ω cm²) 

Rp 

(Ω cm²) 

CPEdl 

(F cm−2 sn−1) 
nCPE 

AA2024 Raw 

0.5 389 5.6 × 103 3.9 × 10−5 0.896 

24 335 4.6 × 103 7.5 × 10−5 0.830 

48 379 6.1 × 103 9.3 × 10−5 0.779 

96 373 4.2 × 103 7.8 × 10−5 0.847 

168 365 2.3 × 103 1.5 × 10−4 0.864 

AA2024 Bare 

0.5 363 2.3 × 103 5.7 × 10−5 0.868 

24 358 3.4 × 103 6.7 × 10−5 0.897 

48 364 4.0 × 103 8.3 × 10−5 0.836 

96 368 3.4 × 103 9.9 × 10−5 0.865 

168 368 2.8 × 103 1.8 × 10−4 0.862 

AA2024 DC 

0.5 383 2.9 × 104 1.4 × 10−5 0.855 

24 353 2.9 × 103 6.0 × 10−5 0.864 

48 371 4.6 × 103 1.3 × 10−4 0.844 

96 364 2.8 × 103 1.4 × 10−4 0.860 

168 367 2.7 × 103 2.1 × 10−4 0.855 

AA2024 EAD 

0.5 395 2.7 × 104 2.7 × 10−5 0.890 

24 401 1.3 × 104 3.5 × 10−5 0.856 

48 392 9.7 × 103 8.4 × 10−5 0.804 

96 360 7.6 × 103 1.7 × 10−4 0.817 

168 371 4.5 × 103 1.9 × 10−4 0.833 
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Figure 4.3.5. Polarization resistances of a) AA1100 and b) AA2024 samples, with 

increasing immersion time in NaCl solution (0.05 M). 

The most relevant plots of Nyquist and Bode curves (24 h and 168 h) of 

AA1100 and AA2024 samples are showed in Figures 4.3.6 and 4.3.7. 

After 168 h of test, it may be observed that all the AA1100 specimens 

suffered a slight reduction of their resistive property, if compared to the first 

immersion step (24h). Considering that the sample AA1100 Zr-DC is the one that 

had the less pronounced change throughout the test, there is a possibility that the 

pseudo-barrier protection provided by the ZrO2 film partially avoids the growth 

of the Al2O3 layer. The Zr-DC film resulted in the highest impedance values after 

168 h of analysis. 

Contrasting with the observed impedance response of AA1100 alloy, it is 

noticeable in Figure 4.3.7 that all the AA2024 samples had a decrease in the 

impedance values throughout the test duration and a second time constant 

appeared at low frequencies.  

At the conclusion of the test, as seen in Figure 4.3.7a1) and Figure 4.3.7b1), 

the Zr-EAD sample provided the best protection to the substrate, with increased 

exposure time. Thus, AA2024 Zr-EAD seems to have a more stable, more 

uniform and more compact film, as observed by SEM (Figure 4.3.1). Unlike the 

AA1100 alloy, it is evident that in Cu-rich alloy, whose native oxide layer does not 

provide a satisfactory barrier protection, the production of ZrO2 by EAD method 

generates a more efficient barrier able to diminish electrolyte penetration. 
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Figure 4.3.6. 1) Nyquist and 2) Bode diagrams obtained from EIS tests of AA1100 pre-
treated samples, after: a) 24 h and b) 168 h of exposure to the electrolyte solution. 

 

Figure 4.3.7. 1) Nyquist and 2) Bode diagrams obtained from EIS tests of AA2024 pre-
treated samples after: a) 24 h and b) 168 h of exposure to the electrolyte solution. 

a1) a2)

b1) b2)

a1) a2)

b1) b2)
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Another possible approach for the comparison of the different treatments 

throughout the exposure time is the analysis of the impedance module |Z| at low 

frequencies, which is proportionally related to the corrosion resistance.17,49 Such 

comparison is shown in Figure 4.3.8. The results evidenced similar conclusions 

as that found with the Rp analysis. 

A general trend of increase in |Z| is visible for all the surface treatments on 

AA1100 samples (Figure 4.3.8a), with the dip-coated sample (DC) having the 

highest impedance value during the entire test and maintaining almost constant 

over time. All other substrates exhibited a fast raise in |Z| modulus at first 48 h 

of immersion in aggressive solution, but their impedance values become instable 

after this time. The fact that the impedance module increases during the exposure 

to the electrolyte in both coated and non-coated samples evidences the self-healing 

behavior of such oxides in the protection of the metal surface. However, the 

instability of the oxide nanocoatings leads to a rapid penetration of chlorine ions, 

destroying the pseudo-barrier protection achieved at short immersion times.  

On the other hand, in AA2024 (Figure 4.3.8b) samples, a general trend of 

|Z| modulus decrease was observed during the test. Meanwhile, the ZrO2 

generated by EAD method had a smooth decay if compared to the other 

substrates, showing a better coating resistance in NaCl solution for the analyzed 

period. Both samples coated with ZrO2 presents a good impedance value at very 

short exposure time (0.5 h). The Zr-EAD treatment had the highest |Z| during 

the entire test. Generally, the sharp decrease in |Z| modulus is most likely a 

consequence of the presence of intermetallic particles in AA2024 surface. After 

168 hours of test, EAD resulted in 4449 ohm·cm² and the other treatments’ 

impedances were within the range between 2900 and 3100 ohm·cm². 

Such results support the data of porosity calculated by the polarization 

resistance study for coatings with 24 h of salt solution immersion, i.e., higher 

porosity implies lower barrier protection. 
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Figure 4.3.8. Impedance modules |Z| at 0.1 Hz, measured through electrochemical 
impedance spectroscopy, from 0.5 hour to 168 hours of immersion in NaCl 0.05 
M solution: a) AA1100 and b) AA2024 substrates, with different pre-treatments. 

4.3.3 Barrier properties of Zr-EAD and Zr-CCC nanocoatings in 

accelerated corrosion test 

In order to have a direct comparison between the most relevant 

pretreatments in AA2024 substrates, a cyclic accelerated corrosion test was 

performed with Bare, Zr-DC and Zr-EAD non-painted specimens. Figure 4.3.9 

shows the evolution of the corroded areas during the test according to the 

computational image analysis method explained in the Appendix A. 

 
Figure 4.3.9. Measured corroded areas during 72 h of cyclic accelerated corrosion test 

with non-painted AA2024 substrates. 

A sharp increase in the corroded area was observed for all samples during the 

first 5 hours of the test, after which a less pronounced corrosion growth is noticed 

until the end of the test. Despite the surface presented visible corrosion products 
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after initial electrolyte exposure, the corroded areas of the Zr- DC and Zr-EAD 

are consistently smaller than the ones observed in Bare samples throughout the 

entire test, being approximately half of it after 5 h. During the tested period both 

DC and EAD had similar results, which indicates that the differences observed 

between these two methods do not lead to significant changes in the barrier 

protection in the aggressive environment tested. Given the very thin thickness of 

such films and their porosities, this result is in agreement with the previous 

observations obtained by electrochemical assays. Photographs of representative 

specimens that underwent this test are available in Figure 4.3.10. 

 

Figure 4.3.10. Photographs of AA2024 specimens submitted to cyclic accelerated 
corrosion test during 72 hours. The scale bar applies to all images. 

The presence of corrosion products (white spots) confirms that the corrosion 

resistance provided by the Zr-based nanocoating is not enough to act as a 

protective barrier layer, as the progressive penetration of chlorine ions leads to the 

Bare

EAD

DC

0 h 3 h 5 h 24 h 48 h 72 h

1 cm
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barrier destruction. Therefore, a further layer of organic impermeable coating is 

urged. Even in conditions where the native oxide layer provides more barrier 

protection, the zirconium conversion coating uses can be seen as an effective 

solution for the subsequent deposition of organic coatings, as stated 

previously.6,11,19 Thus, the ZrO2 nanocoating effect in the promotion of organic 

coatings adherence will be discussed in the next section. 

4.3.4 Evaluation of the dual organic-inorganic protected 

aluminum substrates under prolonged exposition to NaCl 

solution 

Accelerated corrosion test was carried out in an automated robot and in a 

more aggressive environment (NaCl 3.5 wt. %) if compared to previous 

electrochemical studies. The samples were extracted every 30 days, until 

completing 90 days of testing. Taking into account that the best results of 

zirconium oxide layer (good homogeneity and compactness observed by 

polarization and SEM analyses) were obtained with the EAD method, it was the 

process tried for the deposition of an additional barrier coat. Bare substrates (i.e., 

degreased AA1100 and AA2024 substrates) were chosen for comparison with the 

Zr-EAD samples, due to the worst case of such interface composed mainly by 

Al2O3 and hydroxide compounds. Figure 4.3.11 includes the photographs of 

plates (AA1100) and discs (AA2024) used, before and after 90 days of cyclic assay. 

 

Figure 4.3.11. Digital photographs of a) AA1100 plates and b) AA2024 discs, before and 
after 90 days of accelerated corrosion assays (NaCl 3.5 wt.%). 
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Apparently, the macroscopic images do not evidence any corrosion product 

in the surface or in the cutting marks. However, cross-section SEM images of the 

samples submitted to this test (Figure 4.3.12) revealed important differences. 

In this sense, although paint delamination or blistering were not observed 

during the accelerated corrosion test in the macroscopic images, microscopic 

observation of the metal/primer interface revealed a noticeable loss of organic 

coating adherence in Bare samples (Figure 4.3.12a2 and Figure 4.3.12c2). On the 

contrary, the presence of Zr-EAD avoided the organic coating delamination 

(Figure 4.3.12b2 and Figure 4.3.12d2). This observation indicates that the pre-

treatment induced by EAD method efficiently maintains the protection of either 

AA1100 or AA2024 alloys throughout extended exposition periods, which is a 

fundamental requirement for its use as a pre-treatment for the application of 

organic topcoats. 

Figure 4.3.12 shows only non-scribed zones. Additional cross section optical 

microscopy images from scribed area of both Bare and EAD samples coated with 

epoxy primer are presented in Figure 4.3.13. 

It is observable that in all Zr-EAD specimens the paint adherence is not 

limited to the area far from the defect but also in the scribed mark surrounding, 

where the formation of corrosion products usually promotes the paint 

delamination. Altogether proves that zirconium oxide conversion coatings are a 

useful pre-treatment to potentiate the integrity of the metal/primer interface, even 

in structural alloys, like AA2024, that is more prone to corrosion due to the 

presence of Cu-rich intermetallic clusters. 
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Figure 4.3.12. Cross-section SEM images of the following specimens: a) AA1100 Bare, 

b) AA1100 EAD, c) AA2024 Bare and d) AA2024 EAD; 1) before and 2) after 

90 days of cyclic immersion corrosion test in NaCl 3.5 wt. %. 

 

Figure 4.3.13. Optical microscopy images of the cross-section of scribed areas in: a) 
AA1100 and b) AA2024 specimens, submitted to accelerated corrosion test during 
90 days. 
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4.3.5 Scratch testing 

Scratch tests did not produce a clear delamination differences between 

Bare/epoxy coating and Zr-EAD/epoxy coating in AA1100 samples. However, 

detailed inspection of the deformation produced by scratching in AA2024/epoxy 

material revealed some dissimilarity.  

In Figure 4.3.14, the mark produced in the scratch test of AA2024 specimens 

after 90 days of cyclic immersion test is presented. The abovementioned loss of 

epoxy coating adhesion in Bare samples may have been initiated in small defects 

or irregularities present on the Al oxide/hydroxide interface. Careful inspection of 

the image shown in Figure 4.3.14a reveals that the organic coating is also 

microcracked, which implies that, not only it loses adhesion after immersion, but 

also the structural integrity of the epoxy coating as well. Moreover, Zr-

EAD/epoxy coating (Figure 4.3.14b), in contrast, presents a good adhesion and 

with no visible microcracking after immersion, indicating that the mechanical 

performance on service is better than the Bare pre-treatment.19 

 

Figure 4.3.14. Optical microscopy images of the scratch zone, produced after indentation 
test of AA2024 specimens, under 90 days of cyclic immersion corrosion test in  
NaCl (3.5 wt. %): a) AA2024 Bare/epoxy coating and b) AA2024 Zr-EAD/epoxy 
coating. Red arrows indicate microcracking zones. 

 Conclusions 

In this work, AA1100 surfaces containing ZrO2 nanocoatings proved to have 

high instability of its native oxide/hydroxide interface layer, in long exposition 

time, than that of AA2024 structural alloy. Although the Zr-based nanocoatings 

are porous, the presence of such nanometric zirconium oxide film is still beneficial 

for both substrates if compared to the aluminum surface uniquely ground or 

degreased with alkaline solution. 

1 mm

b)

1 mm

a)
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The low barrier property of the zirconium oxide films was overcome by the 

application of a further layer of an anticorrosive organic coating. The long-term 

accelerated corrosion tests and the scratch assays demonstrated the superior 

adherence of samples with an ultra-thin layer of ZrO2, generated by electro-

assisted technique, probably due to the lower porosity found with this technique. 

The dual system is able to maintain the integrity of the metal surface and the 

coating adherence as long as 90 days, whereas samples without Zr-based 

nanocoatings cannot do. Altogether Zr-EAD represents an alternative to 

chromate and phosphatizing processes, which have several environmental 

problems related to the toxicity of chemical baths and to the large amount of waste 

generation. 
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